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Abstract: With mining of seafloor massive sulfides (SMS) coming closer to reality, it is vital that
we have a good understanding of the geochemistry of these occurrences and the potential toxicity
impact associated with mining them. In this study, SMS samples from seven hydrothermal fields from
various tectonic settings were investigated by in-situ microanalysis (electron microprobe (EMPA)
and laser ablation inductively coupled plasma mass spectrometry (LA-ICP-MS)) to highlight the
distribution of potentially-toxic trace elements (Cu, Zn, Pb, Mn, Cd, As, Sb, Co, Ni, Bi, Ag and Hg)
within the deposits, their minerals and textures. We demonstrate that a combination of mineralogy,
trace element composition and texture characterisation of SMS from various geotectonic settings,
when considered along with our current knowledge of oxidation rates and galvanic coupling, can be
used to predict potential toxicity of deposit types and individual samples and highlight which may be
of environmental concern. Although we cannot quantify toxicity, we observe that arc-related sulfide
deposits have a high potential toxicity when compared with deposits from other tectonic settings
based on their genetic association of a wide range of potentially toxic metals (As, Sb, Pb, Hg, Ag and
Bi) that are incorporated into more reactive sulfosalts, galena and Fe-rich sphalerite. Thus, deposits
such as these require special care when considered as mining targets. In contrast, the exclusive
concern of ultra-mafic deposits is Cu, present in abundant, albeit less reactive chalcopyrite, but
largely barren of other metals such as As, Pb, Sb, Cd and Hg. Whilst geological setting does dictate
metal endowment, ultimately mineralogy is the largest control of trace element distribution and
subsequent potential toxicity. Deposits containing abundant pyrrhotite (high-temperature deposits)
and Fe-rich sphalerite (ubiquitous to all SMS deposits) as well as deposits with abundant colloform
textures also pose a higher risk. This type of study can be combined with “bulk lethal toxicity”
assessments and used throughout the stages of a mining project to help guide prospecting and
legislation, focus exploitation and minimise environmental impact.

Keywords: sulfide geochemistry; SMS; LA-ICP-MS; trace elements; seafloor mining; environment;
toxicity; oxidation; leaching

1. Introduction

Heightened interest in seafloor mining in international waters is emphasised by the International
Seabed Authority (ISA) issuing 29 exploration contracts as of end-2018. Of those 29, seven are contracts
to explore for polymetallic sulfides, also known as seafloor massive sulfide (SMS) deposits. Whilst
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more difficult to track, there are also an estimated 26 exploration projects within national jurisdiction
areas of individual states’ economic exclusion zones (EEZs) as well as 70 territories applying to extend
their continental shelf and subsequent EEZ to lay claim to larger expanses of seafloor and associated
mineral resources [1,2]. Highlighting specific interest in SMS deposits is Nautilus Minerals Inc., who
are in the process of planning mineral extraction in what could be the world’s first SMS mine at the
Solwara 1 deposit in the national waters of Papua New Guinea.

SMS deposits at both active and inactive vents are currently being considered as exploration
targets. The only published concept for SMS mining is provided by Nautilus Minerals Inc. which is
expected to include both an “in situ” extraction phase, where the sulfide is cut on the seafloor, and
a dewatering process, where the mineral slurry is carried to the surface, dewatered and the waste
water (containing fine sulfide) is returned to 25–50 m above the seafloor [3]. During this process,
fine sulfide particulates are created and may also undergo geochemical changes including partial
dissolution and oxidation. If any leaching of metals produced during dissolution is not balanced by
their precipitation (as oxide/oxy-hydroxide/chloride) or adsorption onto oxides, there is the potential
for local accumulation of dissolved metals into the water column as shown in leaching experiments
not only by the scientific community but also those taken as a regulatory need for environmental risk
assessments [4–9]. All studies demonstrate a release of metals and highlight Cu, Zn, Pb and Cd as
having the highest dissolved concentrations, which they largely attribute to galvanic coupling [4,5,9].
What these studies do not address, however, is the effect of bioleaching of sulfide minerals. It is
widely accepted that redox reactions utilising Fe3+ produced by bacteria can catalyse dissolution rates
of sulfide minerals [10–14] as well as accelerate galvanic coupling in a polymineralic ore in acidic
conditions [15–20]. Whilst slower, there have also been studies reporting bioleaching of sulfide minerals
at neutral pH conditions [21,22]. It has been postulated that colonization of freshly ground mineral
surfaces is unlikely under the rapid time spans of mining (<30 min based on mining scenarios) [23,24].
However, bioleaching does have the potential to be a concern if mining occurs over months of operation
as well as once any fine sulfide material has settled after initial extraction and dewatering [4].

Dissolution and release of metals can ultimately have a detrimental impact in terms of toxicity on
not only local vent ecosystems (both active, inactive and weathering) [25–29], but also the surrounding
deep or coastal ocean including background fauna (soft sediment benthos) and charismatic marine
megafauna as a result of plume formation, dispersal through sediment porewaters and currents
and/or unwanted spoil loss [30]. However, it is important to emphasise that toxicity of a given element
is ultimately dependent upon chemical speciation and bioavailability of those species, rather than
solely upon the concentration of metals released [31]. Chemical species in solid form (e.g., natural
sulfide mineral, released metals precipitated as or adsorped onto secondary oxides/hydroxides) are
considered less bioavailable and have lower potential to be toxic to benthic invertebrates [32]. Chemical
species aqueously complexed with other elements can be more or less bioavailable and/or toxic, with
less bioavailable aqueous complexes also capable of producing toxicity [32–34]. However, one study
in particular suggests that sulfide complexation can ameliorate toxicity to some organisms [33]. In
contrast, partially oxidized sulfide minerals which are expected to be produced during mining, will
have a higher proportion of more soluble, weakly bound metalloids which are ultimately more
bioavailable as well as produce a higher risk of toxicity [32].

No regulations or guidelines on metal toxicity limits currently exist for deep-sea vent
ecosystems [35]; a result of our lack of understanding of these unique and complex ecosystems.
Whilst it has been demonstrated that there can be a high tolerance of particular species adapted to
live at active vents [33,36–40], this has not been fully constrained for fauna that is present at inactive
vent sites or weathering sites due to exposure to oxygenated seawater. Furthermore, whether the
tolerance of any vent species (either at active, inactive or weathering sites) is high enough to cope
with concentrations released by mining is also unconstrained. Exposure tests to a range of dissolved
metals (predominantly Cu) on a variety of deep-sea species (vent and background fauna) have been
undertaken to assess the potential impact [33,36,41–44]. Different strains of bacteria and archaea from
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active vent systems demonstrate no consistent tolerance levels across a range of metals with some
highly sensitive to Cu, or Cd and Zn/Pb and resistant to Co and Ni and vice versa [33,36]. Edgcomb
et al. (2004) [33] discuss the propensity of Zn and Cu to form stronger sulfide complexes than Co
based on other studies [45,46], indicating Co could be more bioavailable. One study by Vetriani et
al. (2005) demonstrates that vent bacteria at inactive sites are more sensitive to Hg in comparison
to those that are adapted to active vents along the East Pacific Rise, indicating the higher potential
toxicity at inactive sites during mining [37]. Experiments on macrofauna find that even active vent
fauna are sensitive to Cu exposure, with damage to tissues observed (albeit inconsistent across all
tissues within each organism) [41,42]. Auguste et al. (2016) [41] specifically noted lipid membrane
damage in vent mussels collected from Lucky Strike at Cu concentrations >300 µg/L. Observations
of behavioral avoidance by mobile organisms, specifically Cu, have been noted in numerous studies,
indicating an immediate response to protect the organism from toxicity [47,48].

Despite these noteworthy studies, Hauton et. al (2017) [35] highlight the numerous difficulties of
reliably determining toxicity to individual organisms. This most notably includes the fundamental
differences in metal uptake from solution and toxic effects at non-standard laboratory conditions (e.g.,
in situ deep-sea low temperatures and high pressures) [44,49], with a natural mineral ore containing
complex mixtures of metals with a range of oxidation states that can ultimately interact with one
another as well as change with mineral weathering [50,51]. They propose that instead of applying
any existing toxicological data established at standard lab conditions or attempting to identify lethal
limits for single or simple combinations of metals, that the “bulk toxicity of each mineral deposit is
assessed to identify a priori the potential risk” under controlled and ecologically relevant conditions
for biological proxy organisms at a range of life cycle stages [35].

Studies undertaken on the disposal of mine tailings in coastal and deep ocean can also provide an
indication of sulfide mineral oxidation in seawater and subsequent potential toxicity and impact [52–55]
where significant accumulations of heavy metals (Zn, Pb, Cu and Cd) have been observed in sediment
porewaters tens of years after tailings disposal [56–60]; in some cases this has translated to high
dissolved Cu in local seawater (coastal Chile; [59,60]). Of particular interest is a study of submarine
tailings deposition from a Pb-Zn mine in Greenland by Josefson et al. (2008) [56] that provided a
threshold response of benthic macrofauna for Pb of 200 mg/kg. Moreover, in the context of accidental
leakage and dispersion of sulfides during mining, the shallow marine environment also has the
potential to be impacted and, based on a recent study by Fuchida et al. (2017) [5], has the strong
potential to be toxic for marine phytoplankton with Pb, Cu and As highlighted as significant toxicants.
This is in agreement with other studies, where phytoplankton in particular is very sensitive to As
(3 µg/L), suggested to be a result of its range of oxidation states and subsequent bioavailability [61,62].
These studies highlight the necessity to evaluate mining impact and any associated potential toxicity
for not only vent ecosystems (active, inactive and weathering), but also surrounding deep-ocean and
shallow-marine ecosystems.

It needs to be emphasised in this respect that not all SMS occurrences are geochemically similar.
These occurrences form in a range of tectonic settings including mature volcanic-hosted mid-ocean
ridges and younger sediment-rich rifts (with varying rates of spreading), hot spots and arc-related
settings [63]. The host rock lithology is dictated by the tectonic environment, with a range of host rock
compositions occurring including predominantly mafic to ultramafic (basalt, gabbro and serpentinite)
along mid-ocean ridges (MORs) and more evolved compositions (andesite, dacite and rhyolite) in arc
settings as well as prominent pelagic and/or volcanoclastic sediments in near-coastal settings [63].
These volcanic and tectonic controls ultimately dictate the source and availability of major and minor
elements for the seafloor massive sulfide ore deposits. SMS deposits and their economic potential
has been discussed extensively in the literature, with Cu and Au driving most commercial interest,
although presence of Zn, Pb and Ag could also be key [64–66]. Monecke et al. (2016) [66] document
variation of SMS deposits with the most comprehensive database of bulk chemistry analyses to
date. As a consequence, this also provides some knowledge of metal concentrations of SMS deposits
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that could potentially be toxic to marine fauna. Combined Cu + Zn + Pb contents were compared
across a range of tectonic environments to highlight economic worth where sediment covered ridges
(1.5 wt %) < basalt-hosted ridges (3.2 wt %) < arc volcanoes (3.6 wt %) < rifted arc crusts (11.1 wt %)
< ultramafic-hosted (13.2 wt %), with back arc spreading centres demonstrating the highest content
(16.1 wt %). Common trends in the bulk chemistry of minor elements of SMS deposits from different
settings are also observed. Mafic to ultramafic host rock dominated MORs consistently demonstrate
high concentrations of Cu, Fe, Co, Se, Ni, Mo and Te. In comparison, volcanic arcs and young back
arc rifts where more evolved volcanic host rocks are dominant show high concentrations of Zn, Cd,
Pb, As, Sb, Hg, Ba, Tl and Au [63,66,67]. An extreme example of the enrichment of potentially toxic
elements is the shallow-water (200 m) Calypso vent field north of New Zealand that is characterized by
abundant native mercury and Hg-sulfides [68]. The trace element enrichment at this site might even
influence the faunal communities in the photic zone. Knowledge about the enrichments of potentially
toxic elements is therefore crucial in determining boundary conditions for environmental baseline
studies and monitoring during exploration and mining. Based on studies, high bulk contents of Cu, Pb,
As, Cd, Sb and Hg are largely associated with arc related settings. However, the high concentrations
of major heavy metals (Cu, Zn, Pb) from ultramafic-hosted ridges also suggest that they have the
potential to cause toxicity during any future mining. Temperature also plays a large role, with higher
temperature Cu-rich chimneys ~350 ◦C), being associated with high concentrations of Co, Se and Mo.
Lower temperature fluids (<250 ◦C) show an association with Cd, Pb, As, Sb and Ag [66,67].

However, in order to constrain the potential toxicity of SMS deposits, it is important to study not
only the bulk chemistry but also the mineralogy and trace element distribution. Understanding the
trace content of sulfides is imperative to understanding their subsequent dissolution, where particular
impurities are known to increase the oxidation rate of specific minerals [69–74]. Characteristics of a
deposit that affect its oxidation and dissolution potential can be helpful tools in predicting leaching and
associated potential toxicity, and ultimately allow comparisons of potential environmental impact [75].
This can permit development of strategies for dealing with mine waste and remediation. Of course,
a corollary to this is that the same information feeds into an appreciation of economic worth and
recovery of economically important (toxic or not) elements.

A compilation of available trace element data in sulfide minerals (derived from EMPA and
LA-ICP-MS) from SMS samples collected worldwide is discussed in Fallon et al. (2017) [76]
and provides a basis for assessment of potential toxicity and highlighted the gaps in our
knowledge. LA-ICP-MS in particular has been highlighted in the literature as an ideal tool
to investigate the distribution and zonation of trace elements in sulfide minerals, due to its
lower detection limits in comparison to EMPA and its ability to investigate the nature of trace
element incorporation (e.g., homogeneous distribution versus presence of micro-inclusions; [77–80].
Major base metal concentrations in sulfide deposits are primarily controlled by the abundance of
pyrite/marcasite/pyrrhotite for Fe, chalcopyrite/isocubanite/bornite/covellite/digenite/chalcocite
for Cu and sphalerite/wurtzite for Zn. In contrast to Cu and Zn, Fe is generally expected to pose
less potential toxicity as a result of its ease of oxidation and subsequent precipitation due to the
low solubility of Fe(III). Where Pb is present in sufficiently high concentrations within deposits, it is
controlled by the presence of galena or Pb-bearing sulfosalts [66]. Arsenic and Sb concentrations tend
to be high in samples from arc-related settings, and where present in high enough concentrations, are
controlled by tennantite-tetrahedrite solid solution minerals [66]. The presence of large amounts of
tennantite-tetrahedrite also has the potential to control the abundance of Cu.

In this study, 11 different sulfide minerals were characterised by in situ microanalysis (EMPA and
LA-ICP-MS spot analyses) for 23 samples representing a wide range of black smoker vent environments.
This study combines the observations of mineralogy and texture of a range of SMS deposits with
analytical results on the trace element distributions to allow us to highlight SMS deposits or individual
mineral phases/textures that may have a greater potential toxicity on the surrounding environments
during any future deep-sea mining ventures.
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2. Materials

Location and details of the 7 hydrothermal fields and their respective geological settings studied
are presented in Figure 1 and Table 1. Three of the sample sites are located along the Mid-Atlantic Ridge
(Trans-Atlantic Geotraverse (TAG), Logatchev and Turtle Pits). TAG is one of the most extensively
studied and is unique in that it is a mature deposit showing distinct zonation due to extensive
hydrothermal reworking and recrystallization [81]. Turtle Pits varies from other MAR hydrothermal
fields because of the extraordinary high vent fluid exit temperatures (±407 ◦C) that were recorded
here [82] whereas Logatchev is distinct due to its ultramafic host rock composition [83].

Figure 1. Coloured circles represent the global distribution of the hydrothermal fields and seafloor
samples investigated in this study including ASHES, located at Axial Volcano on the Juan de Fuca
Ridge, 16◦43’S hydrothermal field along the South East Pacific Rise, active Trans-Atlantic Geotraverse
(TAG) mound, Logatchev-1, Turtle Pits, Pacmanus and Palinuro Volcanic Complex (PVC).

Other samples include those from the ASHES (Axial Seamount Hydrothermal Emissions Studies)
vent field located within the hotspot associated caldera of Axial Volcano on the Juan de Fuca Ridge
and those from a young vent field at 16◦43’S at the ultra-fast spreading ridge of the East Pacific
Rise. In contrast, the Pacmanus and Palinuro hydrothermal fields are part of wide range of deposits
associated with subduction zones. Pacmanus is felsic-hosted (dacite to rhyolite) rather than the more
usual mafic-hosted setting typical of mid-ocean ridges. Palinuro (Tyrrhenian Sea) is different to other
hydrothermal fields studied here, as it is located within an active volcanic arc. Sulfides at Palinuro
are buried beneath a thin layer of sediment, and are suggested to have formed largely by sub-seafloor
replacement and infiltration [84]. As a result, chimney structures that are typical for most SMS are not
observed. Both Pacmanus (Satanic Mills area) and Palinuro are distinct from other hydrothermal fields
because magmatic volatiles (CO2, SO2) from a degassing magma chamber at depth may contribute to
the enrichment in magmatophile and trace elements including As, Sb, Bi and Te [84–86]. In addition to
those metals, samples from Palinuro also display anomalously high concentrations of Hg [84].
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Table 1. Location and features of the hydrothermal fields and their geological settings of the samples analysed in this study.

Hydrothermal
Field Location Depth (m) Tectonic

Setting
Spreading Rate

(mm/yr) Host Rock Characteristics Max Recorded
T of Fluids (◦C) No. Samples

Trans-Atlantic
Geotraverse

(TAG)

Mid-Atlantic
Ridge

(26◦08’N,
44◦49’W)

3650

Mature,
sediment
starved

spreading ridge

Slow (23) Basalt

5 × 5 km hydrothermal field
Mature active mound (200 m

diameter) with Cu-rich deep core and
Zn-rich outer margins

Black Smoker Complex includes
cluster of cp-anh rich active chimneys

363 11

Turtle Pits
Mid-Atlantic

Ridge
(4◦48’S)

2990

Mature,
sediment
starved

spreading ridge

Slow (31) Basalt

Very active volcanism
Two major sulfide talus mounds with

active and inactive chimneys
superimposed

407 2

Logatchev-1

Mid-Atlantic
Ridge

(14◦45’N,
44◦58’W)

3000

Mature,
sediment
starved

spreading ridge

Slow (24)

Ultra-mafic
complex of
peridotite,

gabbronorite,
minor basalt

“Smoking crater” vent morphologies
Unusually rich in Cu and Au

Zn rich restricted to northern field (not
sampled here)

370 [87] 2

ASHES

Axial Volcano,
Juan de Fuca

Ridge
(45◦56’N,
130◦00’E)

1530
Spreading ridge

and hot spot
(Cobb-Eikelberg)

Intermediate
(51) Basalt Located within the caldera

200 × 1200 m hydrothermal field 348 [87] 1

16◦43’S

East Pacific Rise
(South)

(16◦43’S,
113◦04W)

2745 Young
spreading ridge Ultrafast (141) Basalt

Clusters of active chimneys and
inactive massive sulfides and

hydrothermal mounds

N/A High T
(>300) based on

microscopic
observations

1
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Table 1. Cont.

Hydrothermal
Field Location Depth (m) Tectonic

Setting
Spreading Rate

(mm/yr) Host Rock Characteristics Max Recorded
T of Fluids (◦C) No. Samples

Pacmanus

Manus Basin,
Pual Ridge,
Papua New

Guinea
(03◦43’S,

151◦40’W)

1650–1800 Arc/Back-arc
basin (rifted arc) Ultrafast (140) Dacite/Rhyolite

>20,000 m2 hydrothermal area
Distinct areas of venting: SW–S

(Satanic Mills—SM, Solwara-8—S-8)
and NE (Roman Ruins—RR) cluster

SM
S-8

RR: Largest field in the area with
mounds, chimneys (mostly inactive,
some active up to 7 m) and lower T

diffuse chimneys. Two mineral
assemblages: py-sp and cp-sp with

minor barite
SM: Central cluster of branched thin
chimney structures (up to 10 m high,
20 cm diameter). Cp-rich mineralogy,

minor sp. Vent fluids display
enrichments of CO2, SO4, H2S and F,

with associated presence of
magmatophile trace elements all
linked to presence of an exsolved

magmatic fluid component
S-8: Clusters of chimneys up to 12 m

both Cu and Zn rich

SM: 345
S-8: 305
RR: 341

4

Palinuro

Palinuro
Volcanic
Complex,

Marsili Basin,
Tyrrhenian Sea,

Italy

600–630
Arc/Back-arc
basin (active
volcanic arc)

Basalt/Andesite

Due to close proximity to an eroding
landmass, the deposit is buried

beneath tens of centimeters to metres
of sediment with no classic chimney

structures observed.
Formed by sub-seafloor replacement,
infiltration and microbial processes.
Consists of metal-enriched upper

vuggy-barite-sulfide zone and barren
lower zone.

Samples enriched with precious
metals (Au, Ag) and anomalously

high epithermal elements (As, Hg, Bi
and Sb) linked to the presence of an
exsolved magmatic fluid component

with high volatiles (CO2 and SO2)

58 (in diffuse
fluids of waning

stage)
2
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3. Methods

In order to produce a comprehensive study, samples were selected from a range of tectonic
settings, host rocks, active/inactive vents and vent exit temperatures. A mixture of one-inch polished
mounts and/or thin sections were prepared for each sample. A combination of reflected light optical
microscopy and scanning electron microscopy (SEM) in back scattered electron (BSE) mode were
used to characterise the sulfide mineralogy of each sample. Specific attention was given to any
heterogeneity within the sulfide minerals, mineral inclusions, compositional zoning and texture.
Quantitative analysis of the sulfide minerals present in each sample was undertaken using an electron
microprobe (EMPA) for major element composition and laser ablation inductively coupled plasma
mass spectrometry (LA-ICP-MS) for trace element analysis. Each whole rock sample (hand-sized, up
to 10 cm) was crushed and dry sieved to various grain size distributions. An aliquot of the <50 µm
size fraction (~2 g) was used for X-ray diffraction to determine modal mineral abundances.

3.1. Electron Microprobe Analysis

All sulfide minerals were analysed using a Cameca SX100 Electron Probe Micro Analyser at the
School of Earth Sciences, University of Bristol, UK. Analyses were conducted using an accelerating
voltage of 25 kV, with beam currents between 50 and 200 nA and a spot size of either 1 or 5 µm
(dependent on grain size). Natural pyrite and galena were used for standardisation of Fe, S and
Pb. Synthetic HgTe and GaAs were used for standardisation of Hg and As respectively, while all
other elements (Cu, Zn, Mn, Co and Sb) were standardised on metals. Calibration was performed
with a beam current of 10 nA with the exception of Pb on galena (150 nA to avoid high dead time).
Background count times were always half of the peak count time. Analyses of standards as unknown
were undertaken to ensure the quality of the produced data. Where no or limited LA-ICP-MS was
obtained, EMPA data for Fe, Cu, Zn, Mn, Co, Pb, As and Sb are used (in the case of all Palinuro samples
and for sulfide minerals with small grain sizes, e.g., pyrrhotite). Analysis of Hg was undertaken
separately, with wave scans performed over each sulfide mineral to identify potential interferences
with the Hg peak and create mineral-specific set up parameters. Detailed set up parameters including
beam currents, spot sizes, peak count times, background positions and detection limits for each element
are quoted in Table S1 in Supplementary Materials.

3.2. Laser Ablation Inductively Coupled Mass Spectrometry

Trace elements were analysed by LA-ICP-MS using a 193 nm Excimer laser ablation system
(Coherent, GeoLasPro) coupled to a double-focusing, high-resolution magnetic sector mass
spectrometer (Nu Instruments, AttoM) at GEOMAR, Helmholtz Centre for Ocean Research, Kiel.
Ablation was carried out under He carrier gas. Argon transport gas was added after the ablation cell.
Gas flows, torch position and ion-optics-focusing were optimized in order to provide a maximum in
ion transmission, low polyatomic cluster production rate (ThO/Th ≤ 0.03%; CuAr/Cu ≤ 0.003%) by
hot plasma (normalized argon index NAI > 30; [88]) and fast sample wash-out.

Spot analyses on sulfide minerals (in pre-defined areas of the thin sections and polished blocks)
were accomplished by 30 s ablation at a laser repetition rate of 5 Hz using spot diameters between
16 and 44 µm and a fluence of 2 J·cm−2. Prior to each ablation 50 s gas background were collected.
The spot size was modified as a function of phase size, homogeneity and thickness of the sample.
The pulse rate per spot was modified as a function of grain size and subsequent spot size. Where
phases were small or irregularly shaped, 2 or 3 spots of smaller size (16 µm) in the same region were
combined and used to ablate enough material continuously during the 30 s ablation interval. A suite
of 66 isotopes were monitored for quantitative analysis including: 34S, 55Mn, 57Fe, 59Co, 60Ni, 63Cu,
66Zn, 75As, 107Ag, 111Cd, 118Sn, 121Sb, 202Hg (Palinuro samples only), 208Pb and 209Bi. These elements
are the focus of this contribution as they are considered to have a tendency to form toxic species at
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high concentrations or impact oxidation rate in the marine ecosystem [89] as well as hydrothermal
vent systems as discussed earlier [33–38,90–94].

Quantification was performed using NISTSRM610 (30 s, 32 µm, 10 Hz, 5 J·cm−2) as external
standard. Two synthetic sulfide standards (PGE_Ni7b and trans1; 30 s, 44 µm, 5 Hz, 2 J·cm−2) [95]
were additionally used as external references for sulfur calibration. MPI-DING glasses (ATHO-G, T1-G,
GOR132-G and KL2-G; 30 s, 32–44 µm, 10 Hz and 5 J·cm−2) [96] were used as reference materials. The
external standards were applied to all sample spots by analysing all at the start, middle and end of
each analytical run. Comparisons of measured concentrations of the same elements obtained from
different external standards gives excellent correlations of Fe, Cu, Zn, Ni, Co Mn and Pb concentrations,
with precision shown in Table 2 (detailed comparison presented in Table S2). As MPI-DING glasses
are not representative reference materials for high concentrations (>100 ppm) of As, Ag, Cd, Sn, Sb
and Bi (see Table S2) due to their sub-ppm contents of these elements, later investigations under
comparable analytical conditions on SRM MASS-1 were undertaken and demonstrate the confidence
in our precision (Table 2). EMPA and LA-ICP-MS results of higher concentrated samples (Cd, Sb,
Sn) are also compared as a further check on the validity of results and show mean concentrations
are within the standard deviation of the mean of respective LA-ICP-MS measurements (Figure S1,
Table S3). Quantification of Hg for Palinuro samples was only possible using one information value
for MASS-1 standard reference material as it is not present in the NISTSRM610 external standard.
However, this value has been used in several publications [97,98] and Hg was also quantified during
EMPA analysis to provide validity on the LA-ICP-MS results.

Table 2. Precision of Mn, Fe, Co, Ni, Cu, Pb and Zn based on measurements of DING
glasses (GOR132-G, KL2-G, StHs6-80-G, T1-G). Precision of Ag, Ag, Cd, Sn, Sb and Bi based on
later investigations on SRM MASS1 (containing > sub ppm concentrations) under comparable
analytical conditions.

Mn Fe Co Ni Cu Zn Pb As Ag Cd Sn Sb Bi

Precision (RSD) 2.3 2.8 3.4 13.9 4.8 7.2 9.0 5.6 4.6 8.1 4.3 4.8 4.7

N 279 277 278 274 271 271 272 143 157 157 157 156 157

EMPA analysis of sulfide minerals provided an internal standard for the LA-ICP-MS data.
Iron was used for pyrite/marcasite, Cu for chalcopyrite/bornite/tennantite-tetrahedrite, Zn for
sphalerite/wurtzite and Pb for galena. Where EMPA data was unavailable or unsuitable (in the
case of mixed, intergrown and solid solution phases) quantification was undertaken without use of an
internal standard by scaling up the sum of the main components to 100 wt %.

Minimum detection limits (99% confidence) for LA-ICP-MS data were calculated for each element
analysed during a spot analysis. Average detection limits for each element in each mineral phase were
calculated and are presented in all figures with detection limits of a selection of elements displayed
in Table 3. Detection limits for each element within sulfosalts were not calculated but assumed to be
similar to those of galena, and these are presented in figures.

As a result of the potential large range of trace element distribution even within one sample, spot
analyses were undertaken across the whole sample rather than focused within one area of a sample.
Furthermore, where possible, spot analyses were undertaken on both chips and thin sections to ensure
the data is representative of the sample as a whole.
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Table 3. LA-ICP-MS average detection limits (ppm) for selected elements (Fe, Cu, Zn, As, Pb, Sb, Cd,
Co, Ni and Mn) in each mineral phase.

Mineral Average Detection Limits (ppm)

As Cd Co Cu Fe Mn Ni Pb Sb Zn

Pyrite (N = 63)

0.24 0.19 0.05 0.29 5.44 0.05 2.43 0.02 0.03 0.28

Marcasite (N = 36)

0.39 0.26 0.08 0.33 7.41 0.08 3.60 0.02 0.04 0.49

Pyrrhotite (N = 4)

394 1.34 0.23 77.6 38.6 0.45 9.63 0.11 0.24 194

Chalcopyrite (N = 53)

0.78 0.49 0.11 1.99 13.6 0.10 3.34 0.11 0.06 0.68

Isocubanite (N = 5)

2.13 0.21 0.08 0.90 11.9 0.23 3.85 0.03 0.05 1.05

Bornite (N = 14)

1.02 0.28 0.09 1.19 12.9 0.15 3.25 0.02 0.12 0.75

Covellite (N = 17)

0.38 0.18 0.06 0.66 7.55 0.08 2.00 0.02 0.04 0.45

Sphalerite (N = 58)

0.35 0.27 0.06 0.97 8.62 0.09 7.35 0.06 0.05 0.72

Galena (N = 7)

0.36 0.17 0.05 0.47 5.04 0.07 0.90 0.14 0.04 0.64

3.3. X-Ray Diffraction

All cleaned sulfide ore powders (<50 µm) were analysed using a Phillips X’Pert Pro diffractometer
with a Cu Kα source at the School of Physics, University of Bristol, UK. XRD parameters used during
analysis of powders are presented in Table S4. XRD data were subsequently processed with use
of Match! Phase identification for powder diffraction software (Version 2.4.7, Crystal Impact, Bonn,
Germany) using the COD-Inorg REV189751 reference database. This provided an overall representation
of the phases present including semi-quantitative analysis.

4. Sample Descriptions

A total of 23 samples of seafloor massive sulfide, collected from black smoker chimneys across
7 hydrothermal vent systems, were investigated for elements that have the potential to form toxic
species (Table 4). Samples were obtained through rock drilling (RD), video-assisted grab (GTV) and
remotely operated vehicles (ROV).
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Table 4. Sulfide samples used throughout this study, quoted with their semi quantitative mineral abundances calculated from powder X-ray diffraction (XRD)
data where available. Where not available, mineral abundances have been estimated through reflected light microscopy and SEM analysis. Abbreviations used in
this table are tr (trace), py (pyrite), mc (marcasite), pyr (pyrrhotite), cp (chalcopyrite), is (isocubanite), sp (sphalerite), cc-cv (chalcocite-covellite), bn (bornite), td
(tennantite-tetrahedrite), gn (galena), ba (barite), atc (atacamite) and anh (anhydrite). “Others” include quartz, silicates, carbonate, jarosite, native sulfur and Fe
oxide/oxyhydroxides.

Hydrothermal
Field, Location Sample Type Cruise Ref Brief Description Assemblage Mineral Abundances (%)

Py Mc Pyr Cp Iss Sp Cc-Cv Bn Td Gn Ba Atc Anh Others

TAG-4, MAR TAG-H
158/957/M/2/R/1/W/12-14cm RD

IODP
Leg 158
(1994)

[99]
Active mound:
Massive sulfide

crust

Intermediate
to low 38 44 1 1.0 15

TAG-4, MAR TAG-I
158/957/K/1/X/1/W/3-4cm RD

IODP
Leg 158
(1994)

[99]

Active mound:
Upper

mound—porous
colloform py, mc

Intermediate
to low 51 38 1 1 10

TAG-4, MAR TAG-J
158/957/K/2/N/1/W/10-12cm RD

IODP
Leg 158
(1994)

[99]
Active mound:
Massive sulfide

crust

Intermediate
to low 84 6 5 1 1 1 3

TAG-5, MAR TAG-K
158/957/P/1/R/1/W/79cm RD

IODP
Leg 158
(1994)

[99]
Active mound:
Semi massive

pyrite-anhydrite

Intermediate
to high 11 4 86 *

TAG-5, MAR TAG-L *
158/957/P/1/R/1/W/50-52 cm RD

IODP
Leg 158
(1994)

[99]

Active mound:
Semi massive

pyrite-anhydrite
breccias with cp

Intermediate
to high 30 5 65

TAG-1, MAR TAG-M *
158/957/E/1/R/1/W/1-3 cm RD

IODP
Leg 158
(1994)

[99]

Active mound:
Semi massive

pyrite-anhydrite
breccias with cp

Intermediate
to high 45 10 45

TAG-4, MAR TAG-46
158/957/K/2/N/1/9 RD

IODP
Leg 158
(1994)

[99]
Active mound:
Massive sulfide

crust

Intermediate
to low 56 37 5 3

TAG-4, MAR TAG-47
158/957/K/3/X/1/6 RD

IODP
Leg 158
(1994)

[99]
Active mound:
Massive sulfide

crust

Intermediate
to low 62 33 1 4

TAG-4, MAR TAG-48
158/957/K/3/X/1/7 RD

IODP
Leg 158
(1994)

[99]

Active mound:
Massive sulfide

crust with porous
colloform py, mc

Intermediate
to low 48 38 3 11
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Table 4. Cont.

Hydrothermal
Field, Location Sample Type Cruise Ref Brief Description Assemblage Mineral Abundances (%)

Py Mc Pyr Cp Iss Sp Cc-Cv Bn Td Gn Ba Atc Anh Others

TAG-1, MAR TAG-6F
158/957/C/7/N/1/6F RD

IODP
Leg 158
(1994)

[99]

Active mound:
Massive pyrite
breccias with
abundant cp

Intermediate
to high 65 10 15 10

TAG-1, MAR TAG-27
158/957/C/7/N/1/6G RD

IODP
Leg 158
(1994)

[99]

Active mound:
Massive pyrite
breccias with
abundant cp

Intermediate
to high 41 24 13 7 16

Turtle Pits
Mound, MAR

TP2L
124-GTV-2L GTV

Meteor
M64/1
(2005)

[100]
Outer part of

massive inactive
chimney

Low to
intermediate 73 13 6 3 1 * 3

Southern Tower,
Turtle Pits,

MAR

TP4B
114-ROV-4B ROV

Meteor
M64/1
(2005)

[100] Cu-rich, interior
of active chimney High 51 24 2 6 12 4 2

Candelaber,
Logatchev,

MAR

LOG11
64-ROV-11 ROV

Meteor
M60/3
(2004)

[101] Cu-rich inactive
chimney

High (some
areas of

oxidation)
81 11 3 3

Irina-1,
Logatchev,

MAR

LOG13
53-ROV-13 ROV

Meteor
M60/3
(2004)

[101]
Multilayered
active Cu rich

chimney (talus)
High 82 1 10 8

ASHES vent
field, JDFR

AS1
SO109-89-GTV/4 GTV

Sonne
SO109
(1996)

[102] Inactive Cu-rich
chimney High 19 7 44 29 1 1

16◦43’S
hydrothermal

field, EPR

SEPR
SO62-310GTV GTV

Sonne
SO62
(1991)

[103] Inactive chimney Intermediate
to high 32 6 41 10 4 7

Roman Ruins,
Pacmanus field,

Manus Basin,
PNG

PM2D
70-GTV-2D GTV

Sonne
SO166
(2002)

[104]

Inactive chimney,
porous massive

sphalerite
cementing

dacite-sulfide
breccia

Low 12 4 1 13 4 25 41

Satanic Mills,
Pacmanus field,

Manus Basin,
PG

PM5E
58-GTV-5E GTV

Sonne
SO166
(2002)

[104]
Active black

smoker, in dacite
matrix

High 5 tr † 35 22 5 ‡ 1 27 5
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Table 4. Cont.

Hydrothermal
Field, Location Sample Type Cruise Ref Brief Description Assemblage Mineral Abundances (%)

Py Mc Pyr Cp Iss Sp Cc-Cv Bn Td Gn Ba Atc Anh Others

Satanic Mills,
Pacmanus field,

Manus Basin,
PNG

PM6B
58-GTV-6B GTV

Sonne
SO166
(2002)

[104]

Active black
smoker, porous
sphalerite plus

chalcopyrite

Intermediate 10 tr † 3 40 4 ‡ 2 41 1

Solwara 8,
Pacmanus field,

Manus Basin,
PNG

PM2F
33-GTV-02F GTV

Sonne
SO216
(2011)

[105] Talus, Secondary
Cu-sulfides

High (some
areas of

oxidation)
28 6 3 12 4 tr † 32 15 1

Palinuro
Volcanic
Complex,

Aeolian Island
Arc, Italy

851-RD *
851-RD-011-015 RD M73/2

(2007) [106]

Subseafloor SMS
Vuggy-barite zone

(Low T
assemblage)

Intermediate
to low 10 30 5 § 25 45 5

Palinuro
Volcanic
Complex,

Aeolian Island
Arc, Italy

932-RD *
932-RD-066-070 RD M73/2

(2007) [106]

Subseafloor SMS
Vuggy-barite zone

(High T
assemblage)

Intermediate
to low 25 5 5 10 45 10

* Mix of anhydrite and gypsum, † Mineral abundance estimated through reflected light microscopy and SEM analysis, ‡ Includes enargite, § Includes Pb sulfosalts (jordanite).
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Black smoker chimneys are generally zoned [77,78]; these often take the form of a high temperature
inner zone assemblage comprising chalcopyrite, isocubanite and/or pyrrhotite, an intermediate
temperature zone of pyrite and sphalerite and/or overgrown by chalcopyrite and an outer lower
temperature zone including predominantly anhydrite with accessory pyrite overlain by marcasite
crusts. In waning and/or oxidising stages, chalcopyrite is replaced to create an assemblage of secondary
Cu sulfides including bornite, covellite, digenite and chalcocite, with the occasional presence of
atacamite (a copper chloride) formed by these secondary processes (e.g., waning stages of hydrothermal
fluid flow at lower temperatures or seafloor weathering at ambient temperatures). Each sample used
in this study has been categorised into either high, intermediate or low based on mineralogical
observations (Table 4). Samples include those of high temperature mineral assemblages (Logatchev:
LOG11, Axial Seamount, Pacmanus: PM5E & PM2F, Turtle Pits: TP4B), intermediate (Southern East
Pacific Rise, Pacmanus: PM6B) and low (Turtle Pits: TP2L, Pacmanus: PM2D).

It is important to note that not all samples are a perfect fit to each “zone” in terms of chimney
growth. Samples from TAG are particularly difficult to categorise where the majority of samples
(TAG-1, TAG-4 and TAG-5) do not take the characteristic chimney structure. Instead, TAG samples
are representative of the mature end member of a SMS deposit where individual black smoker
chimneys have been reworked (coalescence and accumulation of talus from chimneys) over time into a
large active SMS mound [107]. However, the active mound is zoned overall, with a Cu-rich (higher
temperature) deeper core and Zn-rich (lower temperature) outer margins, allowing for mineralogical
classification. Similarly, whilst samples from Palinuro do not show the characteristic chimney formation
due to their sub seafloor formation, they can still be classified by their mineralogical assemblage (which
is a function of temperature). TAG samples (N = 11) are generally dominated by pyrite and range from
intermediate to low and intermediate to high temperature mineral assemblages. Palinuro samples
(N = 2) are representative of intermediate to low temperature assemblages, made up of considerable
pyrite, barite, galena ± sphalerite. For further detailed descriptions, please refer to Appendix A.

In this study, three mineral textures are distinguished in the samples investigated, related to
various stages of crystallisation. The earliest formed and prograde (or immature) texture identified
is zoned colloform, which is highlighted in Figure 2B (sphalerite). An intermediate stage of
recrystallisation can be identified by a porous texture (Figure 2A, pyrite (bottom left)) where the
porosity of sulfides is reduced during recrystallisation of primary precipitates to fully massive
sulfides [108]. A final or mature stage of recrystallisation is represented by massive textures that display
interlocking subhedral to euhedral textures (seen in Figure 2A,C,D, pyrite/marcasite, chalcopyrite and
chalcopyrite respectively.)

Modal abundances of minerals within most samples were determined using semi-quantitative
powder XRD and are included in Table 4. Where XRD data is not available, mineral abundances have
been estimated through reflected light microscopy and SEM analysis. Descriptions of the samples used
in this study are given in Appendix A based on observations using a combination of reflected light
microscopy in both plane-polarised (PP) and cross-polarised light (XP), scanning electron microscopy
(SEM), electron microprobe analysis (EMPA) and powder XRD.
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Figure 2. Reflected light photographs highlighting the range of seafloor sulfide minerals and common
textures observed and analysed throughout this study. (A) Massive and porous textures of pyrite
(py; porous—bottom left), euhedral marcasite (mc) with massive chalcopyrite (cp) and sphalerite
(sp) inclusions from TAG, MAR (TAG-46); (B) Active sample from Turtle Pits, MAR (TP4B) showing
early marcasite overgrown by chalcopyrite-isocubanite (cp-is) and sphalerite with colloform textures,
(B’) Pyrrhotite (pyr) laths; (C) Active chimney talus from Logatchev, MAR (LOG-11) demonstrating
patchy distribution of elongated isocubanite (is) exsolved within massive chalcopyrite and bornite
(bn) forming along fractures and around grain boundaries of chalcopyrite; (D) Sample taken from an
inactive chimney at the 16◦43’S hydrothermal field along the East Pacific Rise (SEPR) showing sandy
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sulfide particles consisting of grains of pyrite, chalcopyrite and marcasite infilling a large fracture
of the chimney. The small sized fraction forms the matrix around larger euhedral chalcopyrite and
colloform sphalerite; (E) Active chimney sample from ASHES vent field along the Juan de Fuca Ridge
demonstrating colloform marcasite, sphalerite, chalcopyrite and pyrite; (F) Talus of an active chimney
from the Solwara-8 area at Pacmanus hydrothermal field, Papua New Guinea. Sample shows anhedral
secondary copper sulfides of bornite, chalcocite and covellite as well as tetrahedrite (td); (G) Sample
PM6B from an active chimney within the Satanic Mills area at Pacmanus showing colloform sphalerite
with massive galena (gn) and barite (ba) as well as resin (rs); (H) Subseafloor sulfide sample 932-RD
taken from Palinuro Volcanic Complex within the Aeolian Island Arc in Italy, containing colloform
pyrite, sphalerite and massive galena forming around barite crystals.

5. Results

Mean EMPA concentration data of major elements (S, Fe, Cu, Zn and Pb) and standard
deviation (SD) for each mineral per individual thin section/mount (ppm) is presented in Table S5 in
Supplementary Materials. The LA-ICP-MS data set (625 spot analyses) is reported in Supplementary
materials (Table S6) and includes Ag, As, Bi, Cd, Co, Mn, Ni, Pb, Sb, Cu, Zn and Fe; as well as Hg for
Palinuro sulfide minerals. For a few samples, trace element analyses rely on EMPA data due to lack of
calibration standard, small grain size or intergrowths unsuitable for the laser ablation method. This
includes As, Co, Cu and Zn for pyrrhotite from Turtle Pits (TP4B sample), As, Sb, Zn, Cu and Mn for
colloform pyrite and chalcopyrite from Pacmanus (PM5E and PM6B) and Hg data for minerals from
Palinuro (177 data points, mean concentrations and SD reported in Table S7). Only a few LA-ICP-MS
analyses were gathered for these samples (3 for TP4B pyrrhotite and 4 for Pacmanus colloform pyrite).

All Hg EMPA data for sulfide minerals (pyrite, chalcopyrite, tennantite-tetrahedrite, sphalerite
and galena) within the sample suite were below the detection limit for Hg (Table S1) with the exception
of all Palinuro samples. Mercury EMPA data for Palinuro pyrite, sphalerite, tennantite-tetrahedrite
and galena is reported in Table S7.

As highlighted by Wohlgemuth-Ueberwasser et al. (2015) [77], trace element contents in sulfide
minerals are controlled by a range of variables including mineral type, mineral texture, zonation and
the presence of micro-inclusions within the mineral. For each individual spot, LA-ICP-MS spectra
were investigated for any strong shifts in signal intensity of certain major elements (Si, Fe, Cu, Zn, As,
Sb and Pb) (Figure 3). Such strong shifts in intensity within the LA-ICP-MS spectra were assumed
to be mineral inclusions and removed where possible by deleting the corresponding signal cycles;
if not possible the data point was removed from the dataset entirely. Precision of trace element
analysis is inherently difficult to assess when minerals are often heterogeneous and trace elements
are not consistently above detection limits. However, based on external references, trace element
concentrations have a precision <10% (Table 2).
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Figure 3. Laser ablation spectra with display of background signal for 7 elements (Si, Fe, Cu, Zn, As, Sb
and Pb). Shown here are signal rises of Zn and Pb in chalcopyrite minerals (Sample PM6B)—interpreted
as sphalerite inclusions that are rich in Pb (therefore may contain galena as well). Where possible,
concentrations from laser spots were calculated from the flattest parts of the ablation spectra, with
inclusion-signal removed.

Figures 4–6 present the LA-ICP-MS dataset for Cu, Zn, Fe, Mn, As, Sb, Pb, Cd, Co, Ni, Bi and Ag
separated by mineral type and geological setting (mature, immature, ultramafic, hot spot, back arc,
volcanic arc) combined with data from the published literature (grey symbols, Table S8) to provide
a larger number of samples and for comparison with the data from this study. In the case of Cd for
tennantite-tetrahedrite and Bi for tennantite-tetrahedrite, galena, Cu-phases and sphalerite, an estimate
is taken in order to present published Ag and Pb data.

Cu, Zn and Fe are the major base metals observed in all SMS deposits, and consequently
form their own minerals, however, all are observed in abundance (up to wt %) in other minerals
(Figure 4A,B). Contrastingly, Mn is not present as its own sulfide mineral in SMS deposits and its
highest concentrations are observed in sphalerite (Figure 4B, stars).
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Figure 4. Logarithmic plots displaying a comparison of trace element concentrations (ppm) of (A)
Cu versus Zn (B) Mn versus Fe in sulfide minerals from all hydrothermal vent sites investigated
during this study. Abbreviations of minerals used in this figure include sp (sphalerite) and gn
(galena). Shape denotes the type of mineral where squares: pyrite/marcasite, asterisks: pyrrhotite,
triangles: Cu phases including downward-pointing triangle: isocubanite, upward-pointing triangle:
chalcopyrite, right-pointing triangle: covellite/digenite/chalcocite, left-pointing triangle: bornite,
diamond: tennantite-tetrahedrite, five-pointed star: Fe-poor sphalerite, six-pointed star: Fe-rich
sphalerite, circles: galena. Colour dictates the tectonic setting where green: ultramafic-hosted MOR
(Logatchev), orange: mature MOR (TAG), purple: high temperature MOR (Turtle Pits), cyan: immature
MOR (SEPR), yellow: hot spot MOR (AS), magenta: back-arc basin (PM), blue: volcanic arc (PVC).
Shown for comparison are data from the literature in grey-scale outlined in Table S8 (light grey: MOR,
middle grey: ultramafic MOR and dark grey: arc-related).
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Figure 5. Logarithmic plots displaying a comparison of trace element concentrations (ppm) of (A)
As versus Sb (B) Cd versus Pb in sulfide minerals from all hydrothermal vent sites investigated
during this study. Abbreviations of hydrothermal sites used in this figure include LG (Logatchev),
and TP (Turtle Pits). Abbreviations of minerals used in this figure include sp (sphalerite), gn
(galena), tt-td (tennantite-tetrahedrite), pyr (pyrrhotite) and cv (covellite). Shape denotes the type of
mineral where squares: pyrite/marcasite, asterisks: pyrrhotite, triangles: Cu phases including
downward-pointing triangle: isocubanite, upward-pointing triangle: chalcopyrite, right-pointing
triangle: covellite/digenite/chalcocite, left-pointing triangle: bornite, diamond: tennantite-tetrahedrite,
five-pointed star: Fe-poor sphalerite, six-pointed star: Fe-rich sphalerite, circles: galena. Colour dictates
the tectonic setting where green: ultramafic-hosted MOR (Logatchev), orange: mature MOR (TAG),
purple: high temperature MOR (Turtle Pits), cyan: immature MOR (SEPR), yellow: hot spot MOR
(AS), magenta: back-arc basin (PM), blue: volcanic arc (PVC). Shown for comparison are data from the
literature in grey-scale outlined in Table S8 (light grey: MOR, middle grey: ultramafic MOR and dark
grey: arc-related).
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Figure 6. Logarithmic plots displaying a comparison of trace element concentrations (ppm) of (A) Co
versus Ni (B) Bi versus Ag in sulfide minerals from all hydrothermal vent sites investigated during
this study. Abbreviations of minerals used in this figure include tt-td (tennantite-tetrahedrite) and gn
(galena). Shape denotes the type of mineral where squares: pyrite/marcasite, asterisks: pyrrhotite,
triangles: Cu phases including downward-pointing triangle: isocubanite, upward-pointing triangle:
chalcopyrite, right-pointing triangle: covellite/digenite/chalcocite, left-pointing triangle: bornite,
diamond: tennantite-tetrahedrite, five-pointed star: Fe-poor sphalerite, six-pointed star: Fe-rich
sphalerite, circles: galena. Colour dictates the tectonic setting where green: ultramafic-hosted MOR
(Logatchev), orange: mature MOR (TAG), purple: high temperature MOR (Turtle Pits), cyan: immature
MOR (SEPR), yellow: hot spot MOR (AS), magenta: back-arc basin (PM) and blue: volcanic arc (PVC).
Shown for comparison are data from the literature in grey-scale outlined in Table S8 (light grey: MOR,
middle grey: ultramafic MOR and dark grey: arc-related).

The highest As and Sb concentrations are found in deposits forming within arc-related settings,
where they often form as sulfosalts (tennantite-tetrahedrite solid solution series, Figure 5A, diamonds).
Where present at high concentrations, Pb forms galena or Pb-sulfosalts, observed here only in samples
from arc-related settings (Pacmanus and Palinuro). Notwithstanding the presence of galena, high
Pb concentrations are also observed in Fe-poor sphalerite from all settings and sulfosalts (Figure 5B).
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Cadmium is almost exclusively associated with sphalerite from all geological settings (Figure 5B, stars),
but is also observed in tennantite-tetrahedrite from Pacmanus and Palinuro.

The highest average concentrations of Co (>1000 ppm) are observed in high-temperature forming
minerals such as pyrrhotite and isocubanite from mafic to ultramafic-hosted sites (Turtle Pits and
Logatchev). In contrast, the highest Ni concentrations in this study (>1000 ppm, Figure 6A) were only
observed in sulfides from the ultramafic-hosted Logatchev (green symbols).

Bismuth concentrations in all phases from all settings are generally <100 ppm (Table S6).
Ultramafic-hosted and back arc Cu-sulfides contain the highest Bi (green and magenta triangles),
with averages ~5 ppm, and outliers at 10s of ppm (Figure 6B), although Bi was also observed to be
high in galena from Pacmanus and Palinuro and sulfosalts from Pacmanus. However, the elevated
209Bi observed in galena is likely to be the result of an interference contribution of 208Pb-H+ (~12 ppm)
and can be disregarded. Silver is most abundant in sulfides from arc-related settings in this study
(>100s to 1000s of ppm in galena and sulfosalts, and to a lesser degree in sphalerite and secondary-Cu
sulfides from Pacmanus). Ag is also present in sphalerite and secondary Cu-sulfides from MOR
settings investigated in this study.

Elevated Hg within the Palinuro sample suite allows an investigation into its distribution between
particular sulfide mineral phases (Figure 7; shown for comparison are the only other Hg data available
for SMS deposits: Palinuro and Hook Ridge—both associated with felsic host rocks and contributions
from an exsolved magmatic fluid [84,109]). Based on this study, Hg is most abundant in sphalerite (2000
ppm up to 1.2 wt %) and tennantite-tetrahedrites (up to 4000 ppm, highest in tetrahedrite endmember).

Figure 7. Hg (ppm) concentrations in pyrite, tennantite-tetrahedrite, sphalerite and galena from
Palinuro based on EMPA and LA-ICP-MS analysis. Shown for comparison are Hg concentrations in
a range of sulfide and sulfosalts minerals from Palinuro and Hook Ridge analysed by Petersen et al.
(2014) [84] and Petersen et al. (2004) [109].
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Principle component analysis (PCA) was undertaken using the MATLAB statistical toolbox “pca”
to determine the major controls on trace element distribution across the LA-ICP-MS dataset including
Fe, Cu, Zn, As, Sb, Pb, Cd, Mn, Co, Ni, Ag and Bi. Hg data from Palinuro are not included due to the
non-availability of data for other samples (bdl). Prior to analysis, the dataset was z-scored (centred to
have an arithmetic average of 0 and scaled to have a standard deviation of (1) to standardise the data
so that all variables have a similar weight during PCA; this is particularly important when comparing
the concentration of an element that is major in one mineral and a trace in another, e.g., Zn, Cu and Pb.

Four principle components that explain more than one variable’s worth of information (8.3%, red
line Figure 8A) have been identified and explain 64.2% of the variance in the dataset. Identification
of the principle components was based on the coefficients calculated for each element. Principle
component factor one (PC1) accounts for 21.3% of the variance has been identified as the concentration
of magmatophile trace elements (Ag, Cd, Zn, Sb, As, Pb and Bi, Figure 8B), indicating that geological
setting, e.g., MOR versus arc-related is a large control on trace elements. Whilst not possible to run
PCA including Hg data, it can be expected that Hg would be associated with these magmatophile
elements. This is consistent with other observations of elevated Hg at Palinuro as well as Hook
Ridge [84,109]. However, superimposed on PC1 is mineralogy, with galena, sulfosalts and sphalerite
displaying the highest magmatophile elements versus Fe-rich minerals of pyrite, pyrrhotite, marcasite
and chalcopyrite.

Figure 8. Principle component analysis (PCA) was undertaken across the z-scored LA-ICP-MS dataset
including Fe, Cu, Zn, As, Sb, Pb, Cd, Mn, Co, Ni, Ag and Bi to identify principle components that
control the concentrations of elements. (A) Four major principle components can explain 64.2% of the
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variance in the dataset (B) The largest principle component (PC1) explains 21.3% of the variance. Based
on the coefficients of each element (also known as loadings), those that positively contribute to PC1 are
magmatophile elements Ag, Cd, Zn, Sb, As, Pb and Bi, whereas Fe negatively contributes. When PC1
scores of each data entry (mineral phase within each sample) are compared, those from Pacmanus and
Palinuro are significantly higher, highlighting geological setting (arc-type) as a major control on element
distribution, with mineralogy superimposed (sphalerite from other settings is a significant carrier
of elements that could be toxic). (C) PC2 can be attributed to mineralogy, with Zn and Cd showing
positive contributions (highlighting sphalerite), whereas Fe and Cu negatively attribute, separating
pyrite/marcasite from chalcopyrite, galena and tennantite-tetrahedrite from sphalerite. Co and Ni
contribute to both PC3 and PC4. PC3 highlights Cu-rich minerals including isocubanite, covellite,
chalcopyrite and bornite from Logatchev and Turtle Pits (high-temperature and/or ultramafic-hosted),
separating them from Fe and Pb minerals (pyrite, marcasite and galena). PC4 distinguishes the
tennantite-tetrahedrite mineral series (Pacmanus and Palinuro) from all other sulfide minerals. Both
PC3 and PC4 highlight a mineralogical control of trace elements that is superimposed on overarching
geological setting and hydrothermal fluid temperature that provide elevated bulk concentrations of As,
Pb, Co and Ni.

Factor PC2 accounts for 18.1% of the variance and is related to the mineralogy—specifically
sphalerite (Zn) where it is the principle carrier of Cd (distinct correlation of the two, Figure 8C).
Sphalerite from Pacmanus, Palinuro, East Pacific Rise and Axial Seamount in particular demonstrates
the highest PC2 scores and thus the strongest association with Cd. Factor PC3 (14.5%) distinguishes
Cu-rich mineralogy (isocubanite, covellite), from high-temperature sites Logatchev and Turtle Pits
(sample TP4B) specifically, where Co and Ni are strongly correlated and PC4 (10.3%) highlights
a positive association between Pb, Co and Ni and negative correlation with As, distinguishing
tennantite-tetrahedrite (only found in arc settings in this study) from all other sulfide minerals. When
factors PC2, PC3 and PC4 are plotted against one another (Figure 8C), a clear discrimination based on
mineralogy is highlighted, irrespective of geological setting.

6. Discussion

6.1. Control of Geological Setting on Trace Element Distribution

Several publications over the past years have demonstrated the controls of the geological setting
on the bulk chemistry of seafloor massive sulfides [63,66,67,110,111]. With our samples, we have
selected sites from various geotectonic settings in order to encompass the full range of minerals and
chemistry focusing on elements considered likely to form toxic species including Cu, Zn, Pb, As, Sb,
Cd, Co, Ni, Mn, Ag and Bi. Excluding major elements Fe, Cu and Zn, it is clear from our results
(shown in Figures 8 and 9) that the tectonic setting (including host rock composition and/or source of
magmatic volatiles) is one of the major controls (PC1) of the distribution of potentially toxic elements
(Ag, Sb, As, Pb, Bi), confirming the general tectonic implications discussed in the published literature
and reiterated in the Introduction.

It is clear that arc-related SMS deposits (Pacmanus and Palinuro) display a distinct enrichment of
Pb, As, Sb, Ag and Bi when compared to all other geological settings, consistent with studies in the
literature [63,66,67,84], also highlighted in Figure S2. At these settings, the felsic host rocks and/or
source of magmatic volatiles give rise to elevated contents of Pb, As, Sb and Ag, with volatiles more
specifically associated with As, Sb and Bi (±Hg) [63,66,67,84,86]. This is shown in our study by the
higher concentrations of these elements in Satanic Mills (Pacmanus) and Palinuro where magmatic
volatiles are expected to be present based on low S-isotope ratios [112]. Whilst high bulk Zn and Cd
concentrations are often observed in arc settings based on published studies [63,66,67], we demonstrate
that they are not restricted to a particular setting as we also observe high Zn and Cd contents at both
immature and hotspot associated MORs (Figure 9). It is clear from this that trace elements are not
solely controlled by geological setting as emphasised by principle component analysis.
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Figure 9. Bulk metal pattern (wt %) for the hydrothermal fields analysed in this study, split for
Pacmanus into Satanic Mills where a magmatic fluid source is prevalent and Roman Ruins/Solwara-8
where it is not. Bulk metal pattern calculated based on average elements in each sulfide mineral
normalised to modal sulfide mineral abundance according to XRD semi-quantitative data of
each sample.

High Co in this study is exclusively associated with high-temperature sites (~400 ◦C) at
MORs (Logatchev and Turtle Pits: (500 to 1000 ppm, Figure 9)), consistent with observations in
the literature [108,113–115] and attributed to the solubility of cobalt at high temperature [116,117].
The presence of Ni is exclusively associated with ultramafic-hosted settings (here Logatchev, Figure 9)
where Cu, Co and Bi are also enriched (Figure 9), which is in agreement with other studies at
Logatchev [66,77,83,118] as well as other ultramafic-hosted sites including Rainbow Vent, Mid-Atlantic
Ridge (see Figure 6A: middle grey symbols, [114,119,120]). Ultramafic-hosted as well as mature SMS
deposits (LG, TAG) demonstrate a distinct absence of As, Sb, Pb, Hg, Ag, Mn and Cd when compared
to other settings; consistent with the primitive host rock from these sites. In the case of TAG, Cu, Zn,
Co and Ni concentrations are also considerably lower than Logatchev (Figure 9) due to extensive
reworking and recrystallisation [121].

Immature, high-temperature and hot-spot related hydrothermal deposits (EP, TP, AS) lie in
between the mature, ultramafic-hosted and arc-related end members in terms of metal content, where
concentrations of As, Pb, Sb and Ag are generally 2–3 orders of magnitude lower than in arc-related
settings (1 to 100s of ppm), consistent with observations from the literature. Instead of tectonic
setting, it is clear that the trace content of these deposits is controlled by an interaction of a number of
other variables.

6.2. Control of Mineralogy on Trace Element Distribution

Whilst tectonic setting (host rock and magmatic volatile contribution) has been identified as
a significant control and ultimate source of trace elements (producing PC1 of 21.3%), it is clear
from our observations that trace element distribution is also controlled by the physical properties
of the hydrothermal fluid including H2S contents, temperature and pH as well as subsequent
oxidation and weathering [122–126] all of which are exemplified in the mineralogy we observe.
This is evident whereby superimposed on PC1 is mineralogy, with galena, tennantite-tetrahedrite
and sphalerite showing the highest scores, and high PC1 scores of sphalerite are also observed at
MOR settings (Figure 8B). Factor PC2, (19% of the variance, Figure 8A), can solely be attributed to
mineralogy, in particular—phalerite composition, again unrestricted to geological setting. Similarly,
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PC3 and PC4 distinguish mineralogy with isocubanite/covellite showing the highest PC3 scores and
tennantite-tetrahedrite showing the highest PC4 scores (albeit with temperature and tectonic setting
superimposed respectively). If principle components 2, 3 and 4 are all linked to mineralogy (and
ultimately the properties of the hydrothermal fluid), it can be stated that mineralogy is the largest
control of the trace element distribution in our dataset (42.9%). Where mineralogy is the dominant
control, the trace element distribution is a function of availability (source), the lattice sites available
within each sulfide mineral and any subsequent substitution for major elements.

Combined with observations of trace element distribution in different sulfide minerals, the
correlation coefficients between trace elements in selected mineral types were calculated (Table 5 and
Figure 10). If trace elements are observed to be associated with one another in a particular sulfide, this
information can be used to inform which minerals, textures and deposits have higher potential toxicity
and which require stricter monitoring in terms of mining activity in the future. Based on sample size,
P-values were calculated for each R-value present in the dataset. The P-value is the probability that the
current result would be found if the correlation coefficient were zero (null hypothesis). If the P value
(probability) is greater than 0.05 (at 95% confidence internal), the correlation coefficient is considered
statistically insignificant and the associated R-value is no longer considered (presented as a dashed
line on Figure 10).
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Table 5. Correlation coefficients (R2) for element pairs categorised by hydrothermal fields, minerals and texture. (-) Hyphens represent correlation coefficients that
were calculated but are statistically insignificant: if the p-value is >0.05, see text for discussion. n.d. indicate where correlation coefficients could not be calculated as
the element(s) were not analysed, e.g., Hg. Abbreviations used in this table include py (pyrite), mc (marcasite), pyr (pyrrhotite), cp (chalcopyrite), is (isocubanite), sp
(sphalerite), cc-cv (chalcocite-covellite), bn (bornite), td (tennantite-tetrahedrite), gn (galena), I (colloform), II (porous) and III (massive).

Mineral Texture As-Sb As-Pb Pb-Sb Sb-Ag Pb-Ag Cd-Pb Cd-Mn Co-Ni Fe-Mn Cd-Fe Sb-Hg

TAG

mc III 0.3910 0.5970 - 0.5879 0.5078 - - - - - n.d.

mc I 0.8947 - - - - - - - −0.8609 - n.d.

py III - - 0.6814 0.7214 0.7733 - - - - - n.d.

py II 0.8340 0.7025 0.6486 0.8850 - - - - - 0.6667 n.d.

py I 0.9229 0.5772 0.6365 - - - - - - - n.d.

cp III - - 0.5724 0.6688 0.7296 - 0.6748 - −0.5522 - n.d.

cp II - - 0.6588 - - 0.3766 - - 0.4722 - n.d.

sp III - - −0.9980 - - - - - - - n.d.

sp II - 0.8021 - −0.7756 - - - - 0.7768 - n.d.

LOG

cp III 0.3841 0.3999 0.4609 - - - - 0.8784 - - n.d.

is III 0.7775 0.5228 0.5357 - 0.6280 - 0.4834 - - - n.d.

cv III 0.4727 - 0.9537 - −0.4673 0.5046 - 0.9927 0.9030 - n.d.

sp III - - 0.9933 - - 0.9817 0.9687 - 0.9639 0.9736 n.d.

bn III - - 0.8962 - - 0.8747 - - - - n.d.
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Table 5. Cont.

Mineral Texture As-Sb As-Pb Pb-Sb Sb-Ag Pb-Ag Cd-Pb Cd-Mn Co-Ni Fe-Mn Cd-Fe Sb-Hg

TP

cp III - - 0.9529 - - 0.8056 0.8830 - - - n.d.

cp I - 0.7265 - - - - - - 0.5826 - n.d.

py I - −0.8105 - - - - - - - - n.d.

py II 0.8512 0.7216 0.6849 - - - - - - - n.d.

py III 0.9082 - 0.7846 0.9665 0.7546 - - 0.5881 - - n.d.

mc I 0.6872 - - - - - - - −0.8707 - n.d.

mc II 0.7659 0.9732 0.8402 - - - - - −0.7547 - n.d.

is III - - - - - - - - - - n.d.

pyr III - - - - - - - - - - n.d.

sp I - - - - - - - - 0.6190 - n.d.

PM

gn III −0.8121 0.9629 −0.8394 0.7539 −0.7365 0.7186 0.5471 - - - n.d.

tt III - - - 0.6048 0.8267 0.8928 - - - −0.8718 n.d.

bn III 0.9328 0.8261 0.6841 0.7776 0.8736 0.9702 0.8788 - - - n.d.

cv III - - - - - - - - - - n.d.

mc III - - - - - - - - - - n.d.

mc I - - - - - - - - - - n.d.

py III - −0.9489 0.7237 0.8683 0.8958 - - - - - n.d.

py I - - - −0.9594 - - - - - - n.d.

sp I - 0.9056 0.4871 0.8836 0.4133 - - - 0.7466 - n.d.

sp III −0.6794 - - 0.9321 - 0.6272 - - 0.9692 - n.d.

cp I 0.8763 0.6385 0.8045 0.7283 0.6610 - - - - - n.d.

cp III - - - - - - - - - - n.d.



Minerals 2019, 9, 162 28 of 53

Table 5. Cont.

Mineral Texture As-Sb As-Pb Pb-Sb Sb-Ag Pb-Ag Cd-Pb Cd-Mn Co-Ni Fe-Mn Cd-Fe Sb-Hg

AS

cp III - 0.8681 - - - - - - - −0.7135 n.d.

mc III - - - - - - - - - - n.d.

py III - - - - - - - - - - n.d.

py I - −0.9071 0.9789 - - - - - - - n.d.

sp III 0.9931 0.9731 0.9550 0.8374 - - - - - - n.d.

SEPR

cv III - - - - - - - - - - n.d.

cp III - 0.9699 - 0.9681 - - - - - - n.d.

py III - - - 0.9802 - - - - - - n.d.

sp III - - - - - - 0.9549 - - 0.9653 n.d.

sp I - −0.9817 - - 0.9957 - 0.9555 - 0.9750 - n.d.

PV gn I −0.5416 0.5472 −0.9764 - 0.4812 - - −0.5954 - - 0.4438 *
p = 0.0851

PV py I - - - - - - - −0.7288 - - n.d.

PV tt I −0.9958 - - - - - −0.8467 0.8309 0.7781 −0.7794 0.6772 *
p = 0.0650

PV cp I - 0.7924 - - - - - - - - n.d.

PV sp I - - 0.9774 - - - - - - - n.d.

* p > 0.05.
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Figure 10. Correlation coefficients (R) for LA-ICP-MS trace data for pyrite, marcasite, isocubanite,
and galena categorised by sample suite and texture using the elemental pairs As-Sb, As-Pb, Pb-Sb
and Sb-Ag. Colour indicates sample suite where orange: TAG (Trans-Atlantic Geotraverse), purple: TP
(Turtle Pits), cyan: SEPR (South East Pacific Rise), yellow: AS (Axial Seamount), magenta: PM (Pacmanus),
blue: PVC (Palinuro Volcanic Complex) and green: LOG (Logatchev). Patterns highlight texture where
circles: colloform, blank: porous and diamond: massive). Dashed lines indicate where any correlation
is statistically insignificant.

6.2.1. Sphalerite (Cd, Pb, Cu, As, Sb, Mn and Hg)

The association of Cd with sphalerite (up to 1 wt %,Figures 5B and 8C) is a common observation
and a reflection of the substitution of Cd for Zn in the sphalerite lattice [79]. Thermodynamic modelling
has demonstrated that high temperature (Fe-rich) sphalerite is expected to be enriched in Cd [127],
however based on this study and data from the literature, Cd does not appear to discriminate between
low- and high-Fe sphalerite. The enrichment of these minerals is not limited to arc-related settings,
with high Cd also observed in our samples from Axial Seamount and southern East Pacific Rise. Aside
from Cd, sphalerite is also a significant host of Pb, As, Cu and Sb. High Pb concentrations (>1000 ppm
Pb) is common in sphalerite from all settings, with elevated Pb identified in Fe-poor sphalerite from
arc-related settings and the East Pacific Rise, consistent with literature [77,84,109,115,128], (Figure 5B.
Petersen et al., 2014, 2004 [84,109]). The association of Pb with Fe-poor sphalerite could be due to the
higher availability of lattice sites when Fe is lacking where Fe preferentially substitutes for Zn over Pb
as a result of the similar ionic radii. Another (although unlikely) explanation is the presence of evenly
distributed nano-inclusions of galena in Fe-poor sphalerite, which are associated with each other at
lower temperatures.
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Arsenic, Cu and Sb are abundant in sphalerite, consistent with data from the published literature
(Figures 4A and 5A, grey stars). Whilst Cu and Sb appear to be present in a wide range of concentrations
within Fe-poor sphalerite (10 ppm to 1 wt % Cu and 1–1000 ppm Sb), Fe-rich sphalerite is dominated
by high concentrations (hundreds of ppm). This has been attributed to the high temperature reduced
fluids that increase the solubility of these elements [77,129] and allow for coupled substitution of
Sb3+ for 2Fe2+ with Cu+ [97]. If this is the case, it might be expected that As3+ would take part in
this coupled substitution to a higher extent as a result of its more similar ionic radius to Fe2+; this is
not observed in this study. This is likely to be a function of the strong temperature dependence of
the equilibrium constants of As and Sb species/complexes where As has higher solubility than Sb at
high temperature reduced conditions [130–133]. Similar solubility-controlled precipitation has been
documented in geothermal waters, where stibnite (Sb2S3) is often observed as a precipitate, but no
orpiment (As2S3) [133].

Based on data from this study and backed up by evidence from the literature, aside from making
its own sulfosalt mineral (referred to as Hg fahlore by Petersen et al. (2014) [84]), Hg has a larger
affinity for sphalerite than any other sulfide mineral, including galena. Whilst direct substitution of
Hg2+ for Zn2+ and Pb2+ is suggested, the larger affinity of Hg for sphalerite over galena when both are
present is perplexing. The size of the Hg2+ ion is within 15% of the Pb2+ ionic radius in galena, but well
outside 15% of the ionic radius of Zn2+ in sphalerite. A likely suggestion put forward to explain this
disparity, is that Hg2+ substitution is facilitated by direct solid solution with Hg-minerals including
metacinnabar (HgS), tiemannite (HgSe) and coloradoite (HgTe) [97,134] that share the same structure
as sphalerite.

Elevated Mn is clearly associated with Fe-rich samples and phases, particularly pyrite/marcasite
and more commonly sphalerite (Figure 4B). The association of Fe, Mn, Cd and Zn in sphalerite is
highlighted by positive R2 values between Cd-Mn, Fe-Mn and Cd-Fe (Table 5, all >0.6) and can be
explained by lattice substitution. Fe2+ and Mn2+ both substitute for Zn2+ in the sphalerite lattice;
due to their similar ionic radius, they are both equally partitioned into the lattice; creating a positive
correlation. Since Cd2+ is outside of the 15% ionic radius window of Zn2+, it would be expected
that Cd and Fe compete for lattice sites; with Fe preferentially partitioned creating a negative R2 for
the Fe-Cd element pair [79,97]. Instead, we observe a positive correlation of Fe with both Cd and
Mn in sphalerite. This can be linked to the precipitation mechanisms that result in a co-enrichment
of Fe and other trace elements in sphalerite precipitation from high-temperature fluids [108]. This
is consistent with observations by Wohlgemuth-Ueberwasser et al. (2015) [77], who also observe a
positive correlation of Fe with As, Sb, Au, Pb and Cu in sphalerite. The positive R-value for Fe-Mn is
particularly important in terms of oxidation as Chen et al. (2010) [135] highlight that impurities of Mn,
Fe, Ni, Cu, Sn and Pb favour the oxidation of sphalerite. The positive effect of Fe content in sphalerite
on its dissolution rate is known from the published literature [136,137]. The association of Fe with
elevated metal content combined with its higher potential for oxidation suggest that abundant Fe-rich
sphalerite in SMS deposits poses high potential toxicity during mining.

Correlation coefficients for the element pairs As-Pb, Pb-Sb and Pb-Ag in sphalerite are generally
positive, indicating that these elements are not in direct competition for lattice sites. Coupled
substitution is playing a critical role based on the difference in oxidation states between the elements
paired. Iron-rich sphalerite is often associated with high temperature reducing fluids, which have
the ability to transport elevated concentrations of As, Sb, Pb and Ag, which could also explain
the positive correlation. Furthermore, the presence of nano-inclusions of Pb-As sulfosalts may
also occur and have been observed in sphalerite from Pacmanus (this study), and the East Pacific
Rise [138]. For Fe-poor sphalerite at mature (sediment-poor) MOR settings (e.g., TAG, Turtle Pits,
Logatchev) nano-inclusions of sulfosalts or galena are difficult to conceive due to low concentrations
of As, Sb, Pb and Ag (in the vent fluids and bulk samples [77,83,124,139]). This positive correlation
could simply be a result of the coupled substitution or general enrichment of As and Pb within
Zn-rich assemblages extensively documented in the literature [122,138]. In contrast, sphalerite
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shows inconsistent or statistically insignificant R2 values of As-Sb in both this study and that of
Wohlgemuth-Ueberwasser et al. (2015) [77]. Based on the similar size and ionic charge of As and Sb, a
negative correlation might be expected, as a result of the difference in solubility of As and Sb at higher
temperatures. A positive correlation has only been observed in Fe-rich sphalerite from Axial Seamount
(AS), likely a result of increased solubility of both elements at higher temperatures as discussed earlier.

6.2.2. Galena (Sb, Zn, Ag, Cd and As)

With the exception of Sb-bearing sulfosalts, galena is a principle carrier of Sb in our sample
suite (>1 wt %; Figure 5A). This is consistent with previous observations from various deposits such
as Pacmanus, Okinawa Trough and Marianas Trench; [140–142]) and is explained by the coupled
substitution of Pb2+ with Sb3+ and Ag+. The latter also explains some of the highest Ag concentrations
measured not only in this study (up to 1000 ppm Ag, Figure 6B), but also consistent with results from
various hydrothermal fields across the globe regions [84,109,140–143]. Arsenic, Zn and Cd in galena
on the other hand are variable (1 to 1000 ppm), likely a function of the presence of sulfosalt and/or
sphalerite inclusions within galena.

In terms of R2 values, negative correlations of As-Sb, Pb-Ag and Pb-Sb are observed due to direct
competition for the Pb2+ lattice site (Figure 10) and in the case of As-Sb, Sb wins out due to its closeness
in ionic radius to Pb2+ [97]. As-Pb, Pb-Cd and Sb-Ag R2 values for galena are positive. As-Pb and
Pb-Cd positive correlations are difficult to explain, where direct competition (similar to Pb-Sb) would
be expected, however the presence of Pb-As sulfosalt and sphalerite nano-inclusions respectively could
play a factor. Positive correlations between Cd-Pb are observed in Zn-rich bulk SMS samples from
East Pacific Rise [138] and were likely due to the association of Zn-sulfides and galena.

In the computational (density-functional theory) studies of Chen et al. (2011) [70] for galena, it
was suggested that trace impurities of Mn, and Sb lead to higher oxidation rates of galena. If applied to
our context, elevated contents of Sb in galena are consistently seen in both this study and the published
literature and could indicate a high potential toxicity during mining.

6.2.3. Tennantite-Tetrahedrite (Zn, Pb, Cd, Ag and Hg)

Sulfosalts, in particular, the tennantite-tetrahedrite solid solution series can be considered as the
most significant carrier of potentially toxic elements found in SMS deposits. As a result of their complex
crystal structure and large number of atoms [144], there is abundant opportunity for substitution
with a wide range of elements. Zinc, Pb, Cd, Ag and Hg are all expected to substitute for Cu2+/Fe2+,
with Zn > Pb > Cd/Ag, largely a function of availability whereas Bi3+ substitutes for As and Sb. As
a result of the presence of Cu+ as well as Cu2+ in tennantite-tetrahedrite, there are more available
sites for Ag and Hg (present as monovalent cations), which may explain elevated concentration.
This is consistent with published literature [84,109,141]. Minerals from the tennantite-tetrahedrite
solid solution series are not only an important carrier of Cu, As and Sb (wt %), in our samples
from Pacmanus and Palinuro they commonly also contain high concentrations of Zn (1000 ppm to
1 wt %), Pb (100s to 1000s of ppm) and Ag (10s to 1000s of ppm). This is consistent with observations
from other hydrothermal fields elsewhere (Hook Ridge and the Okinawa Trough: grey diamonds,
Figures 4A, 5B and 6B; [77,84,109,128,141,142,145]). Elevated Cd concentrations have also been found in
tennantite-tetrahedrite from Pacmanus (Figure 5B, 10s to 1000s of ppm) and are observed to be at least
an order of a magnitude higher in this study than those from Okinawa Trough—the only other study
where Cd is analysed in tennantite-tetrahedrites [141]. Bi concentrations in tennantite-tetrahedrite are
variable but can be high (10s of ppm). No other analyses of Bi concentrations in tennantite-tetrahedrite
from SMS have been reported in the literature. Hg concentrations in tennantite-tetrahedrite from
Palinuro are substantial (1000s of ppm Hg), although they are lower than those observed in associated
sphalerite (Figure 7).

Analyses of minerals from the tennantite-tetrahedrite solid solution series show a positive
correlation for the element pairs Pb-Ag and Cd-Pb (R = 0.827 and 0.893 respectively). This can be
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explained by their substitution for different lattice sites, e.g., Ag+/Ag2+ and Cd2+ for Cu+/Cu2+/Fe2+

and Pb substituting into the As/Sb site involving a coupled substitution with a monovalent ion [98].
There is also a positive correlation between Sb-Hg in tennantite-tetrahedrite from Palinuro, with
highest concentrations of Hg being observed in the Sb-rich end member (tetrahedrite) (mean 3200 ppm
Hg, Table S6).

6.2.4. Pyrrhotite (Pb, Co, Ni, Cu and Zn)

The high-temperature mineral, pyrrhotite, has only been observed in one sample from Turtle
Pits in this study. Based on published data, it is more common in SMS deposits from MORs (both
volcanic and sediment-hosted) than back-arc spreading centres [66,146]. Aside from Fe, pyrrhotite hosts
considerable concentrations of Co and Ni (100s to 1000s ppm), consistent with published literature from
high temperature Rainbow vent field [114]. Our study also demonstrates some of the first analyses of
Pb in pyrrhotite with elevated Pb concentrations (up to 1000 ppm) observed as well as 1000s of ppm
Cu and 100s ppm Zn. All can be explained by either substitution for Fe2+ in pyrrhotite based on the
similar ionic radii of Fe2+, Zn2+ and Co2+ or the high-temperature fluids that increase solubility in the
case of the larger Pb2+ cation.

6.2.5. Isocubanite (Zn, Co and Ni) and Chalcopyrite (Zn, As, Sb, Pb, Ag, Bi, Co and Ni)

Similar to pyrrhotite, isocubanite and chalcopyrite are high-temperature minerals. Isocubanite
is largely found in MORs rather than arc-related settings and has only been observed in samples
from Turtle Pits and Logatchev in this study. Aside from Fe and Cu, isocubanite shows the highest
concentrations of Zn and Co (+Ni in the case of those from Logatchev) when compared to other
minerals (>1000 ppm Zn, 100s of ppm Co and up to 1000 ppm Ni, consistent with published literature
from high-temperature, ultramafic-hosted) Rainbow and Kairei vent fields [114,115]. Isocubanite
from Logatchev demonstrates positive correlations for element pairs As-Sb, As-Pb, Pb-Sb and Pb-Ag
(Figure 10).

In contrast, chalcopyrite is ubiquitous across SMS deposits, and can be considered a “relatively
poor” trace element carrier [97]. Concentrations vary considerably as a function of geological setting
(host rock) and temperature. Zinc concentrations in chalcopyrite from our dataset are variable (1
ppm up to 1 wt % Zn). This is consistent with observations of Zn in chalcopyrite from the literature
(Figure 4A; [77,84,114,115,120,128,147]. Chalcopyrite from arc-related deposits often shows the highest
concentrations of Sb, As, Pb and Ag; in particular—As and Sb, where concentrations >1 wt % have
been observed (Figure 5A). Lead and Ag concentrations on the other hand are commonly <1000 ppm
Pb (Figure 5B) and ~100 ppm Ag (Figure 6B), consistent with literature (grey triangles with unknown
Bi, [113,146]). Chalcopyrite from the ultramafic-hosted Logatchev field shows elevated Ni (100s ppm),
Co concentrations (up to 1000 ppm) with chalcopyrite from the basalt-hosted Turtle Pit field displays
only elevated Co (up to 1000 ppm).

Lack of fully ionic structure of Cu-Fe sulfides makes it difficult to explain the partitioning we
observe. Despite this, it is generally agreed that Cu+ is the dominant valence state, explaining
high concentrations of Ag, where both Ag+ and Ag2+ can substitute for either Cu+ or Cu2+ [97].
Similarly, Pb2+, Ag+, Bi3+, As3+ and Sb3+ may take part in a coupled substitution with Fe2+, Cu2+

and Cu+, explaining the strong association of these elements with Cu-sulfides from arc-related
settings. Elevated Zn, Co and Ni could be explained by a similar coupled substitution or direct
substitution for Fe2+ in either isocubanite or chalcopyrite. Another explanation could be the potential
presence of evenly distributed nano-inclusions of sulfosalts although this is deemed highly unlikely.
More likely is the high temperature reducing fluids that carry elevated trace elements in the case of
isocubanite. This can also explain the strong positive correlations between As-Sb (cp), As-Pb (all Cu
minerals), Pb-Sb (all Cu minerals) and Sb-Ag (cp) that we observe, consistent with those observed in
chalcopyrite from Pacmanus and Logatchev by Wohlgemuth-Ueberwasser et al. (2015) [77], where



Minerals 2019, 9, 162 33 of 53

coupled substitutions and fast precipitation of sulfide minerals from high-temperature fluids, reduce
competition for lattice sites.

6.2.6. Secondary Cu Sulfides (Bornite, Covellite—Cu, Zn, Ag, Co, Ni, As, Sb and Bi)

Secondary Cu sulfides are similar to chalcopyrite in that concentrations vary considerably as a
function of geological setting (host rock) and temperature. Zn in secondary copper sulfides varies
between 100s of ppm up to >1 wt %, however the elevated concentrations are largely dictated by the
intimate intergrowth of covellite and sphalerite in some cases (Logatchev, East Pacific Rise). Secondary
copper sulfides from arc-related settings show elevated concentrations of As, Sb, Pb and Ag (100 s of
ppm); all consistent with sparse published data from Pacmanus, Menez Gwen Field, Sonne Sulfide
Field, Carlsberg Ridge and Hook Ridge [109,120,128,148,149]. Whilst highly variable, the highest Bi
concentrations (only up to 100 ppm) are often associated with secondary Cu sulfides from arc-related
settings as well as Logatchev and Turtle Pits. Similarly, some of the highest cobalt and Ni concentrations
are observed in secondary copper sulfides from Logatchev, with concentrations up to 1000s of ppm.
However, a positive R2 value of element pair Co-Ni is seen in not only covellite, but also chalcopyrite
and pyrite and likely reflects a temperature and host rock influence (geological setting) rather than
mineral. The site-specific elevated concentrations seen in these secondary Cu-phases are also likely to
be the result of secondary enrichment during oxidation of primary sulfides [76,150,151].

6.2.7. Pyrite/Marcasite (Zn, Cu, Mn, Pb, As, Co and Sb)

Pyrite demonstrates the widest range of trace metal concentrations, a conclusion also found by
Libbey and Williams-Jones (2016) [116] and attributed to its stability over a wide temperature range
and thus its abundant presence (and subsequent copious analysis) across a suite of SMS deposits that
have formed at different conditions. In contrast, marcasite has a smaller stability field, explaining
the lesser variation observed when compared to pyrite (Figures S3 and S4). Copper concentrations
in pyrite and marcasite are variable but are commonly observed at concentrations >100 ppm Cu
in our samples. This is consistent with published data (Figure 4A; [114,147,152]). Commonly, Zn
concentrations lie above 100 ppm and are more often associated with pyrite than marcasite (Figure S3).
Again, published Zn concentrations for pyrite are consistent with our study [84,109,114,115,140,152].
Pyrite that shows elevated concentrations of Cu, Zn (up to 1 wt %) is not restricted to a specific
geological setting, largely due to the availability of these two metals across all sample suites. Based
on their similar ionic radii, both Cu2+ and Zn2+ could substitute stoichiometrically for Fe2+ and
explain the significant concentrations. In the case of Cu however, it is widely argued that in most
ore-forming systems Cu is transported as Cu+ and would therefore require a more complex substitution.
Charge coupled substitutions involving Cu+ with a 3+ cation (Au, Ag and As) have been suggested
in the literature [116,153–155]. Another potential explanation that is often put forward to explain not
only high Cu and Zn, but also Pb are inclusions of other sulfide minerals. However, based on the
uniform LA-ICP-MS signals (any data points with spikes have been removed from the dataset) and the
unlikeliness of evenly distributed nano-scale inclusions, it is suggested that these high concentrations
do exist in the crystal lattice of pyrite.

Elevated As and Pb concentrations are consistently observed in both in pyrite and marcasite, where
they can reach 1 wt % As and 1000s of ppm Pb. The highest concentrations are commonly observed in
samples from arc-related settings. Pyrite regularly shows As > Sb, where Sb concentrations may reach
up to 100 ppm (only in arc-related settings). Arsenic occurs in several oxidation states, allowing it to
substitute as either a divalent or trivalent cation for Fe2+ or anion (−) for S− (perisulfide) in pyrite. It
is has been suggested that substitution as an anion is most energetically favourable [69,116,154,156].
There is also suggestion that As− non-stoichiometrically substitutes for S2− to form AsS3−, which is
then involved in a charge coupled substitution for S2

2− and a trivalent cation (Au, Ag, Tl and Mo)
for Fe2+ [69]. Analogous to As, it is expected that Sb may be substituted in a similar fashion (SbS3−)
or through coupled substitutions with monovalent cations. However, the lower abundance in bulk
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samples and lower solubility of Sb in comparison to As, could explain the lower Sb concentrations.
Elevated Pb is more difficult to explain, because its large ionic radius when compared to Fe2+ should
limit stoichiometric substitution. Also, the lack of Pb-spikes in the LA-IC-MS signals suggests that
galena inclusions are unlikely. In the case of arc-related samples, elevated concentrations could simply
be due to higher availability. High concentrations of Pb have also been found in pyrite from the
basalt-hosted Turtle Pits (up to 400 ppm Pb). As these vents are characterised by some of the highest
exit temperatures (>407 ◦C; [157]), these higher temperatures may provide a higher solubility of Pb
when compared to other MOR sites.

The element pairs As-Sb, Pb-Sb and Pb-Ag all positively correlate within pyrite and marcasite
(of all textures) from TAG and Turtle Pits (Figure 10) consistent with As-Sb behaviour in pyrite from
Wohlgemuth-Ueberwasser et al. (2015) and Grant et al. (2018) [77,152]. Positive correlations between
As-Sb are unexpected, where direct competition for lattice sites might be conceived unless there are
substitutions occurring as both anions and cations for either As and/or Sb. Coupled substitutions or
substitution for different sites can explain the correlation between the element pairs Pb-Sb and Pb-Ag.

Whilst elevated Mn is often observed with Fe-bearing phases due to their chemical similarity, Mn
shows variable concentrations in pyrite/marcasite. This is largely a function of the overall Fe-content
of the sample (and oxidation) rather than mineral or geological setting. Similarly, Co concentrations
are variable in pyrite, ranging from 0.1 ppm up to 1000s of ppm. Highest Co concentrations in pyrite
are observed in pyrite from high-temperature vent Turtle Pits, consistent with the geological setting
(MOR) and the exit temperature-controlled solubility of Co. Where Co is available, stoichiometric
substitution of Co2+ for Fe2+ is readily expected due to their very similar ionic radii.

When considering toxicity of mineral liberation, it should be noted that pyrite can be characterised
as either primary p-type or n-type semiconductor by both stoichiometry (defects) and trace elements.
The n-type pyrite semi-conductors are commonly found to contain high concentrations of Co and Ni
and low concentrations of As whereas p-types have been shown to contain high As [69,158]. The type
of semiconductor has a direct link with its oxidation behaviour, with n-type semiconductors (electron
donators) generally being observed to have higher conductivities and ultimately higher oxidation rate.
Thus, pyrite from TAG and Turtle Pits, where high Co and Ni concentrations are observed, can be
predicted to have a higher oxidation rate over those from, for instance, Pacmanus.

6.3. Control of Texture on Trace Element Distribution

Three textures (colloform, porous and massive) have been distinguished and assigned to pyrite,
marcasite, chalcopyrite and sphalerite during this study (Figure 11). These textures represent initial
crystallisation (immature) through to fully recrystallised (mature) mineral phases. How replacement
and recrystallisation processes impact trace concentrations can be discussed by comparing distributions
within each texture. As the major control on trace element distribution is geological setting, it is only
where data is available from multiple textures within one hydrothermal vent site that interpretations
can be made with full confidence. Arrows in Figure 11 highlight a change in trace element concentration
between different types of textures (colloform to porous/massive) observed within the same sample
suite. Only discernible and consistent decreases in trace contents between colloform to massive
textures are discussed; other changes are attributed to a range of initial trace contents between samples
(Turtle Pits: py, mc). Minimal changes between textures observed in TAG (pyrite, chalcopyrite) can
be accounted to the extensive reworking and replacement that has occurred throughout the deposits
history [108,122,159].
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Figure 11. Trace element concentrations (Pb, Ag, Zn, Cu and Co) categorised by mineral type, sample
suite (colour), and textures observed (shape). Logarithmic plots displaying the range of trace element
concentrations (Pb, Ag, Zn, Cu and Co) for different textures (shape) of pyrite, chalcopyrite and
sphalerite coloured by sample suite. Abbreviations for sample suite include AS (Axial Seamount,
yellow), TP (Turtle Pits, purple), PM (Pacmanus, magenta), EPR (East Pacific Rise, cyan). (A) Pb versus
Ag (pyrite); (B) Zn versus Cu (pyrite) (C) Pb versus Ag (sphalerite) (D) Zn versus Co (chalcopyrite).
Coloured arrows highlight a change in texture from colloform to massive across one sample suite.

Colloform pyrite from Pacmanus, Turtle Pits and Axial Seamount displays some of the highest
concentrations of Cu and Zn (Figure 11B) and Pb and Ag (Figure 11A) when compared to porous
and massive textures. Grains from Pacmanus in particular are shown to host considerable quantities
of potentially toxic elements, with As, Cu, Zn, Pb, Ag and Cd being abundant (Table S4). Across
our study, only sphalerite in samples from the from Southern East Pacific Rise has different textures
that also show a distinct decrease in As, Pb and Ag from colloform to massive textures (Figure 11C,
cyan). Similarly, TAG, Turtle Pits and Pacmanus chalcopyrite demonstrate an order of magnitude
decrease in particular trace elements (Zn: TAG; Zn and Co: Turtle Pits; Sb and Ag: Pacmanus) between
colloform/porous to massive textures (Figure 11D, Table S6). There is a clear association of non-typical
elements (As, Pb, Ag, Sb; >15% ionic radius than Zn2+/Cu+, Cu2+ in chalcopyrite and sphalerite) with
immature (initial) crystallisation textures that are ultimately lost during recrystallisation.

Whilst particular samples show an association between colloform texture (pyrite, chalcopyrite)
and higher concentrations of specific trace elements (Pb, Ag, Zn, Co and Cu), trends observed
are not consistent across every site, mineral and/or element. In contrast, Lein et al. (2010) and
Wohlgemuth-Ueberwasser et al. (2015) [77,120], consistently observed colloform and porous textures
containing higher concentrations of trace elements. This is likely due to a larger sample set across a
narrower range of sites. Our observations across a wide range of sites were unlikely to capture this
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detail. Instead, our observations highlight the varied initial trace impurity and subsequent site and
mineral specific recrystallisation. This ultimately emphasises the greater controls of tectonic setting,
and mineralogy on the distribution of trace elements. However, on a site-by-site basis, due to their
greater association of elevated trace contents and high surface area, we suggest that colloform minerals
could pose a higher potential toxicity during mining than samples with more massive textures.

6.4. Potential Toxicity

Based on the current (but limited) published data of oxidation rates of individual sulfides in
seawater (unavailable for secondary Cu sulfides, sulfosalts), vent sites with ores that contain a high
abundance of pyrrhotite and marcasite are likely to oxidise faster, assuming all other variables equal
(e.g., grain size, surface area) [24,160–164]. In terms of galvanic coupling, ores that contain abundant
pyrrhotite, sphalerite, sulfosalts and/or galena in the presence of pyrite, chalcopyrite and/or marcasite
have the potential to oxidise and release metals at a faster rate [12,165–169] and therefore need to be
thoughtfully considered. This is due to their lower galvanic potential and subsequent predisposition
to act as an anode and preferentially dissolve. In reality, mining will only occur where there is a high
abundance of economically interesting sulfide minerals and their base metals including chalcopyrite,
isocubanite, secondary Cu sulfides (Cu) for their Cu content, sphalerite/wurtzite (for Zn) and possible
galena (for Pb) as well as high concentrations of precious and/or critical metals. In most cases, pyrite
and/or marcasite will be present, and galvanic coupling is expected to occur and lead to an increase
in preferential dissolution and release of metals to the water column, if not adequately balanced by
oxidation. Furthermore, any minerals with colloform or porous textures that have higher surface areas
should also be considered thoughtfully due to their higher potential to oxidise.

Ultimately, toxicity is dictated not only by the major and trace element concentrations of these
more reactive minerals, but also by the realities of SMS mining and subsequent leaching, speciation
and bioavailability of any leached metals as well as tolerance levels in these unique systems. Due
to our limited understanding of these variables, we have no quantitative measure of toxicity of
specific elements or minerals. However, based on the tendency of certain elements to form toxic
species; as observed in submarine mine tailing studies, bioavailability studies including observations
of bioaccumulation and behavioral avoidance as well as toxicity tests on deep-sea vent and background
fauna (highlighted in the Introduction), we can discuss “potential toxicity” in this study [12,35]. These
toxic species include non-essential micronutrients of Pb, Hg, Cd and Ag as well as essential (and more
bioavailable) micronutrients Cu, Zn, As, Co and Ni. There is no information on the bioavailability or
toxic nature of Sb and Bi within this context in the published literature; as a result, discussion of both
is included under the assumption that they behave similar to As.

Certain minerals and deposits can be highlighted as posing more of a toxicity risk than others
and thus might be avoided or dealt with appropriately during mining and mine closure. Major factors
to be considered are the trace element distribution of certain mineral phases, textures and geological
settings discussed above; with greater emphasis on mineralogy according to PCA. When these are
combined with the abundance of mineral phases and pre-existing knowledge of oxidation rate of
individual minerals and galvanic potential, the potential toxicity of different SMS deposit types can
begin to be assessed (Figure 12).
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Figure 12. Visual representation of the variables that effect potential toxicity with assessments of inferred toxicity versus seafloor massive sulfides (SMS) ore deposit
type (with schematic of geological settings) and mineralogy derived from the analyses performed in this study. (I) Potential toxicity based on bulk chemistry of
different deposit types, (II) metal endowment (potentially toxic content) of sulfide minerals, (III) oxidation rate of each sulfide mineral, (IV) rest potential (galvanic
reaction potential) of each sulfide mineral, (V) oxidation rate of mineral textures and (VI) elements with a tendency to form toxic species. The overall potential toxicity
of deposit types (tectonic settings) is stated based on all variables to demonstrate the variation and highlight particular minerals and elements of concern for each. It is
important to note that this is potential toxicity, and no recommendations of mining targets can be made without further quantitative toxicity data. Also shown are the
potentially toxic trace elements commonly associated with each tectonic setting.
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Based on the potential for oxidation as a function of oxidation rate and galvanic coupling
(rest potential), the minerals that are the highest risk of oxidative dissolution are marcasite,
pyrrhotite, sphalerite, sulfosalts and galena; even more so if they demonstrate colloform or porous
textures. The presence of some of these minerals is ultimately controlled by a combination of
geological setting and ore type (galena, sulfosalt) and temperature of the venting hydrothermal
fluid (isocubanite/pyrrhotite associated with higher temperature, marcasite and galena with lower
temperature and sphalerite and sulfosalts with both). These can then be combined with metal
content/endowment (metals with a tendency to form toxic species in these environments) to evaluate
potential toxicity.

Galena and sulfosalts (tennantite-tetrahedrite) analysed for this study are from
volcanic-arc/back-arc ridge geological settings (Pacmanus and Palinuro). Galena is not restricted to
these types of settings, however it is clearly a minor component of other geological settings [63,66].
Aside from the obvious potential Pb toxicity, Sb, Ag and Zn concentrations can be a concern as they are
enriched in galena. Based on a recent dissolution study in seawater [164], galena is predicted to have
one of the lowest dissolution rates across major sulfide minerals; albeit at high pH and non-oxidative
conditions. Despite this, galena is known to have one of the lowest galvanic potentials across all
sulfide minerals, making it important to consider in terms of potential toxicity. There is little known on
the galvanic potential of sulfosalts, however, they are shown to oxidise quicker than other sulfide
minerals [170]. Of all sulfide mineral phases, sulfosalts are the largest sink for toxic elements (many
non-essential micronutrients with no metabolic function) including As, Sb, Pb, Cu, Zn, Ag, Cd and Hg
and therefore have high potential to be toxic if liberated during oxidative dissolution.

Oxidation rates of sphalerite in seawater are limited to one study but indicate a quicker oxidation
rate than that of pyrite and chalcopyrite which is consistent with acid mine drainage studies. In terms
of galvanic potential, sphalerite would be anodically dissolved when in a cell with pyrite, marcasite or
chalcopyrite, but would be protected if present with secondary Cu sulfides and/or galena. Sphalerite
is not limited to a particular deposit type or geological setting, so has the potential to be toxic in all
cases. All seafloor sphalerite is consistently shown to contain high concentrations of Cd (hundreds to
thousands of ppm), irrespective of Fe concentrations (e.g., high or low temperature formation) and
geological setting. However, Fe-rich sphalerite has much higher potential toxicity due to its higher
oxidation rate than Fe-poor sphalerite, where elevated trace contents of Sb, Pb, As and Mn can be
observed. It should be noted that at sites where Hg is present, sphalerite is the most likely of any
other mineral phase to hold considerable quantities of Hg, demonstrating their potential toxicity.
Mining sites where high Hg concentrations are present within sphalerite and sulfosalts need to be fully
understood and constrained prior to mining. However, these type of deposits (e.g., Pacmanus) could
be considered a preferential alternative when compared to vent sites such as the Bay of Plenty north
of New Zealand which has a similar grade but higher Hg contents that produce native mercury and
Hg-sulfides, i.e., cinnabar [68]. Further comparison of potential toxicity could be made if oxidation
rates and galvanic potential of native mercury and Hg-sulfides were available.

Pyrrhotite has the highest oxidation rate of all sulfide minerals which makes it important to
consider. Pyrrhotite analysed in this study is limited to one deposit (TP4B, Turtle Pits) representing
typical sediment-free mid-ocean ridge deposits and is not seen in abundance in other geological settings
analysed here. Abundant pyrrhotite has, however, been observed in sediment-hosted mid-ocean ridge
deposits such as Middle Valley, Guaymas Basin and Southern Pescadero Basin [171–174]. The lack
of pyrrhotite in other sediment-free settings is largely related to the presence of more oxidised fluids
in the reaction zone of hydrothermal systems associated with subduction zones and volcanic arcs.
Also, pyrrhotite becomes quickly oxidised in seawater [108]. Where pyrrhotite is observed in Turtle
Pits, dissolved rims and replacement textures are common features. The texture together with the
typical habit of pyrrhotite (lath shaped), leads to reduced areas available for LA-ICP-MS analysis. This
explains not only the small trace element dataset available in this study, but also in the published
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literature. The limited data show that pyrrhotite can host elevated concentrations of Cu, Pb and Co,
and due to its oxidation rate, has high potential for toxicity.

Marcasite also requires some special consideration due to its high oxidation rate and presence
across all geological settings. However, marcasite is not consistently associated with any particular
trace element [122], where it is clear that ore deposit type and geological setting are the dominant
controls of trace metal distribution within marcasite. Based on these inconsistent trends, the potential
toxicity of marcasite-rich deposits should be considered on a site-by-site basis with detailed trace
element studies at the site in question.

In terms of geological setting, SMS deposits formed in arc-related settings appear to pose high
potential for toxicity when compared to other deposit types. Their combination of mineral phases with
low rest potential or high oxidation rate (galena, sulfosalts) and endowment in a wide range of metals
with a tendancy to form toxic species (Pb, As, Pb, Cd, Mn, Hg and Ag) result in a high risk of toxicity
impact during mining. It is these deposits that are often host to the highest abundance of economic
and precious metals (Cu, Zn, Pb, Au and Ag) and have gained the most interest in recent times [51].

Basalt-hosted SMS deposits that are mature after extensive natural weathering, reworking and
replacement (TAG in this study) represent lower potential for toxicity and reduced environmental
concern. Ultramafic-hosted sites have a high abundance of both relatively barren and less reactive
chalcopyrite, resulting in a Cu-rich deposit that distinctly lacks As, Sb, Pb, Hg, Ag and Mn (Logatchev).
Ultimately, ultramafic-hosted deposits like Logatchev could be of significant interest in terms of mining
potential as a result of their abundance of Cu (economic worth) and reduced suite of other potentially
toxic elements. However, the main concern with this style of deposit is what makes it of economic
interest—Cu—which is consistently shown to be one of the most toxic trace metals in these systems [33].
Whilst chalcopyrite may oxidise slower, oxidation will still occur, and Cu will be released. Without
quantitative data on relative toxicities between elements, it is difficult to compare toxicity associated
with mining ultra-mafic versus arc-related deposits. Elevated Co and Ni could also be a concern based
on their higher bioavailability, although predominantly observed in lesser abundant secondary copper
phases (bornite/covellite). The oxidation rate of secondary Cu sulfides in comparison to chalcopyrite
is quicker, but unknown in comparison to other sulfide minerals (e.g., sphalerite/pyrite; [170] and
they are shown to have relatively low rest potentials. That being said, having only a few potentially
toxic elements that are elevated enough to be an issue could be much easier to mitigate against during
mining activities, in contrast to arc-related SMS deposits. This would be the case if time-intensive,
element-specific assessments, avoidance measures and/or remediation is required e.g., Cd related
toxicity may require different mitigation methods than Hg or As.

For the remaining basalt-hosted SMS deposits studied here (including the very high-temperature
vent site Turtle Pits; the hot spot associated Axial Seamount fields and the young vent sites of the
southern East Pacific Rise) where As, Pb and Mn are still present in considerable quantities lie
somewhere in between in terms of potential toxicity. Here it ultimately comes down to the sample
specific mineralogy rather than geological setting (e.g., mineral abundances, their trace contents
and texture e.g., Fe-rich sphalerite, galena, marcasite, pyrrhotite, colloform/porous). An inactive
chimney from Turtle Pits (sample TP4B) contains abundant colloform marcasite, Fe-rich sphalerite and
pyrrhotite (~24, 34 and 2 wt % respectively, Table 4) that show higher potentially toxic trace contents
and can be assumed to have a higher potential toxicity than the samples from Axial Seamount (sample
AS1) and the southern East Pacific Rise (sample SEPR). Comparing the latter two sites, the abundance
of Fe-rich sphalerite in our sample AS1 (29% sphalerite, Table 4) would indicate a higher potential
toxicity than the sample from the southern East Pacific Rise (10% sphalerite, Table 4). However,
without further quantitative data on the relative toxicity of different elements, no recommendations of
mining targets can be made. This study can however, guide where precautions may be required to
mitigate impact.
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7. Conclusions

This study indicates how the characterisation of a deposits geological setting, mineralogy, trace
element distribution, and texture can be used as a tool to help predict potential toxicity. When mineral
types and the trace element distribution associated with specific ore deposits, are considered along
with our current knowledge of oxidation rates, galvanic coupling and tendency of specific elements
to form toxic species that are bioavailable, then deposit types and individual samples can begin to
be characterised as having more or less potential toxicity. This information can highlight deposits of
particular concern, and guide where precautions may be necessary during mining in order to minimise
environmental impact.

Whilst deposits from arc-related settings do contain significant economic wealth, they also show
some of the highest potential for toxicity in comparison to other deposit types. The combination of
abundant As, Sb, Pb, Mn and Ag ± Hg (and subsequently more reactive galena and sulfosalts) along
with the presence of Fe-rich sphalerite that contain considerable Cd give rise to high toxicity risk.

The potential toxicity of deposits that contain lower but still considerable contents of Pb, As, Sb,
Mn and Cd can be considered on a sample by sample basis, where potential toxicity is ultimately
related to mineralogy (mineral abundances and their specific toxic trace element content) rather than
geological setting. Marcasite and sphalerite in particular are highlighted, which are ubiquitous across
all SMS deposits, have higher oxidation rates in contrast to other sulfide minerals and can be host to
elevated trace contents that have potential to be toxic.

Basalt-hosted, high-temperature vent formed deposits in particular are associated with elevated
Co, Fe-rich sphalerite (themselves linked to high Sb) and pyrrhotite, which based on our limited
analyses contains elevated Cu, Pb and Co, but requires further evaluation. Both of these minerals
are known to have higher potential for oxidative dissolution (quick oxidation rate and low galvanic
potential) when compared to other sulfide minerals, which when combined with metals with a
tendency to form toxic species, could produce toxicity. Furthermore, deposits formed at lower
temperatures with abundant colloform textures need to assessed carefully due to their higher potential
for oxidation and likelihood of elevated concentrations of toxic elements in comparison to their massive
textured counterparts.

It needs to be emphasised that the trade-off between economic value and toxicity may not always
be negative. High temperature Cu-rich ultramafic-hosted deposits (Logatchev in this study) provide
an interesting prospect where the abundance of the less reactive chalcopyrite (>80% in these samples)
and distinct lack of As, Pb, Sb, Hg and Mn in comparison to other deposits leads to a low potential for
a wide range of toxicity. However, before recommendations of this type of mining target can be made,
quantitative toxicity data regarding Cu is required.

Clearly, characterisation through mineral identification and trace element analysis can be
considered a useful primary tool to aid in identifying the potential toxicity associated with mining
specific deposit types. However, it needs to be emphasised that deposits are heterogeneous and for
individual sites it is still important to consider the risk on a deposit-by-deposit basis.

In the future, supplementary leaching experiments would help to quantify any potential toxicity,
and ensure a firm understanding of the leaching, adsorption (onto Fe oxy-hydroxides) and speciation
processes. Whilst the characterisation study presented here and published leaching studies begin to
highlight the potential for toxicity, neither can quantify toxicity without toxicity data which is specific
to organisms, elements and speciation. This study clearly highlights our lack of understanding of
metal tolerance levels for species living at active, inactive vent, weathering deposit sites as well as
the surrounding deep ocean. Due to the impossible nature of predicting thresholds for local fauna
as indicated by Hauton et al. (2017) [35], combining leaching experiments with relevant biological
proxy organisms to assess “bulk lethal toxicity” will be necessary. Without determining this, it is
impossible to fully constrain true toxicity and impact on these environments during mining based on
our study alone. Combining initial “bulk lethal toxicity” assessments with a characterisation study
such as ours that can be used throughout the stages of a mining project would allow areas that have
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more or less potential for toxicity to be highlighted and provide recommendations of where to focus
exploitation. Furthermore, if a particular area or mineral phases within a deposit cannot be avoided,
this type of characterisation can provide an idea of where greater care needs to be taken during the
mining process; guiding where extra operational precautions must be taken during extraction to limit
environmental impact.

Supplementary Materials: The following are available online at http://www.mdpi.com/2075-163X/9/3/162/s1,
Figure S1: Comparison of Cd, Sb and Sn in sphalerite from EMPA and LA-ICP-MS; Figure S2: LA-ICP-MS dataset
for trace As, Sb, Pb, Ag, Bi, Co, Ni and Cd in all sulfide minerals as a function of geological setting; Figure S3:
Mean trace element concentrations (Cu, Zn, Pb) in sulfide minerals from all hydrothermal fields investigated
in this study; Figure: S4: Mean trace element concentrations (As, Sb, Cd, Co, Ni and Mn) in sulfide minerals
from all hydrothermal fields investigated in this study; Table S1: EMPA set up parameter; Table S2: Reference
material analyses; Table: S3: Comparison of Cd, Sb and Sn from EMPA and LA-ICP-MS; Table S4: Powder
XRD set up parameters; Table S5: Major element composition of sulfide minerals from EMPA; Table S6: Trace
element distributions in a range of sulfide minerals in massive sulfides from LA-ICP-MS; Table S7: Trace element
distributions in various sulfides from a range of samples, where EMPA data limited; Table S8: Trace element
contents of common sulfide minerals from published literature.

Author Contributions: Conceptualization, data curation, formal analysis, investigation, methodology,
visualization, writing—original draft, writing—review and editing: E.K.F.; Data curation, formal analysis,
investigation, methodology, supervision, writing—review and editing: M.F.; Funding acquisition, investigation,
project administration, resources, supervision, writing—review and editing: S.P.; Funding acquisition, supervision,
writing—review and editing: R.A.B.; Funding acquisition, project administration, resources: T.B.S.

Funding: This research was funded by the Engineering and Physical Sciences Research Council (EPSRC) and
Ascension Holdings Ltd. (AHL), and GEOMAR, Helmholtz Centre for Ocean Research, Kiel, Germany.

Conflicts of Interest: The authors declare no conflict of interest.

Appendix A.

Appendix A.1. TAG, Mid-Atlantic Ridge

Mineralogy within the TAG active mound is dominated by pyrite but varies as a function of
depth and locality. In general, TAG samples can be characterised as massive sulfide, massive pyrite
breccias or semi-massive pyrite-anhydrite breccias [99,107]. The three samples from TAG-1 (20 m SE of
Black Smoker Complex) are dominated by porous and massive pyrite, with no marcasite observed.
Sphalerite is also not observed in any of these samples, consistent with the observations of low Zn
(<700 ppm) in the general TAG-1 area [175]. Porous chalcopyrite is common in two samples from
TAG-1 (6F, 27), consistent with high bulk Cu observed within TAG-1 (up to 6 wt %; [175]) however is
only large enough for LA-ICP-MS analysis in one sample (6F). Intergrown chalcopyrite and isocubanite
is also observed in TAG-27 (representative of high temperature assemblage), however is too porous
and fine grained for LA-ICP-MS analysis.

The majority of TAG samples investigated during this study are from TAG-4, 20 m west of the
active Black Smoker Complex (6 samples, Table 5). Consistent with all TAG samples, those from
TAG-4 are dominated by pyrite, with additional marcasite also common, all occurring in massive,
porous and colloform textures. Sphalerite is common in shallow samples from TAG-4 (intermediate
temperature assemblage) and is predominantly porous in texture and exclusively intergrown or
present as inclusions within euhedral marcasite and pyrite. Sphalerite large enough for LA-ICP-MS
analysis is only observed in two samples (TAG-H and TAG-47). Based on EMPA data, sphalerite has Fe
contents that range from 0.8 to 3.27 wt % with inclusions in TAG-46 showing highest Fe concentrations
ranging from 7.8 and 8.6 wt % (Table S4, major elemental data—sphalerite). With greater depth (within
borehole 957K of TAG), chalcopyrite becomes more abundant as observed in TAG-46 and TAG-J (higher
temperature assemblage). Chalcopyrite is exclusively porous in texture and fine-grained covellite is
common within its pore spaces, although covellite is not large enough for LA-ICP-MS analysis.

Two pyrite-anhydrite breccia samples from the TAG-5 region (20–30 m north of the Black Smoker
Complex) were also investigated, with anhydrite being the major component (Table 4). Nodular to
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angular massive grains of pyrite are observed in each sample. Massive chalcopyrite is commonly
observed in both whilst sphalerite is not (Table 5), consistent with bulk chemical data for the TAG-5
region as a whole where Zn contents are low (0.03 wt % Zn and Cu contents are observed to be high
(3.7 wt % Cu [107]).

Appendix A.2. Turtle Pits, Mid-Atlantic Ridge

Two samples from Turtle Pits were investigated in this study, one from an outer part of an inactive
chimney talus piece lying on the flanks of a sulfide mound (TP2L) and the other from an active chimney
wall from “Southern Tower” (TP4B). Pyrite makes up the majority of TP2L, present in both colloform
(with growth banding) and massive textures, with euhedral marcasite also common (Table 5). Massive
chalcopyrite grains are present, often observed to be sub-angular, cracked and lie within pore spaces.
Whilst sphalerite is observed as inclusions (too small for LA-ICP-MS analysis), it is likely to be present
at <1 wt % in the bulk sample based on XRD patterns.

In contrast, TP4B represents high-temperature Cu-rich sulfide from the interior of the chimney.
Intergrown chalcopyrite and isocubanite are common, display colloform texture and are often
intergrown with minor colloform sphalerite and associated with early and later formed colloform
marcasite (Figure 2B). Pyrrhotite laths are present in trace amounts (Figure 2B’, Table 5), are observed in
pore spaces, intergrown with high-temperature associated isocubanite but commonly display oxidised
rims. As a result of their grain size and shape (10–30 um wide), pyrrhotite was inherently difficult
to analyse using LA-ICP-MS, however a few analyses were completed. Chalcopyrite dominant areas
are also common, where it is observed to overgrow high-temperature isocubanite. Pyrite makes up
the highest proportion of sulfide (Table 5), and displays euhedral massive textures, often replacing
marcasite around its rims.

Appendix A.3. Logatchev, Mid-Atlantic Ridge

Two samples were investigated from Logatchev-1 hydrothermal field along the Mid-Atlantic
Ridge; one from an inactive chimney at “Candelabra” (LOG11) and the other from the talus of an active
black smoker chimney at “Irina” (LOG13) as shown in Figure 1E. Both samples are representative of
the interior of a fresh black smoker chimney higher temperature assemblage as well as the replacement
zone. The majority of both samples consist of massive chalcopyrite (recrystallised to massive from
colloform banding in the case of LOG13), with LOG11 commonly displaying intergrowths with
isocubanite either as exsolution lamellae or veins (latter seen in Figure 2C). Minor secondary copper
sulfides including bornite and covellite are observed along grain boundaries, fractures, pore spaces and
between growth banding of chalcopyrite-isocubanite in LOG11. Similarly, bornite, covellite-digenite
and atacamite are observed between the growth bands of chalcopyrite in LOG13. Rare to minor
sphalerite is observed in both samples, within pore spaces and where present shows porous textures
and dissolved rims. Iron concentrations in sphalerite range from 6.6 to 10.5 wt % (Table S4) in LOG11,
indicative of the high temperatures and low volatiles associated with this vent system [83,129]. In
contrast, sphalerite in LOG13 was not large enough for LA-ICP-MS analysis, and iron concentrations
by EMPA are lower (1.1 to 2.2 wt %, Table S4).

Appendix A.4. Axial Seamount, Juan de Fuca Ridge

A fresh, unoxidised Cu-rich inactive chimney was collected from the ASHES vent field and
investigated during this study. Chalcopyrite and sphalerite make up the majority of the sample
(representative of high and intermediate temperature zones) and are commonly observed with massive
textures, with sphalerite also displaying colloform. Only massive textures were analysed due to
the smaller grain size of the colloform textures. Based on EMPA, iron concentrations in sphalerite
are high and range from 9.2 to 15.5 wt % (Table S4), suggestive of either high temperature or low
sulfidation conditions; based on the setting and high abundance of chalcopyrite, it is more likely to
be indicative of high temperature [129]. Pyrite is abundant and present in a range of forms including
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colloform, colloform with growth banding, massive euhedral and replacing marcasite; with colloform
textures being most common (Figure 2E). Marcasite is only present in minor quantities and either
forms colloform or massive textures, only massive textures were analysed with LA-ICP-MS.

Appendix A.5. 16◦43’S hydrothermal Field, South East Pacific Rise

A sample (SEPR) was taken from an inactive chimney at a hydrothermal field located at 16◦43’S.
Sample SEPR is most representative of a higher temperature assemblage with its high abundance of
massive chalcopyrite, however some areas are a mix of high and intermediate due to their abundance
of pyrite and sphalerite. The sample shows abundant sedimentary textures (conglomerate layers,
Figure 2D) indicating incorporation of fine sulfide talus and sand into the chimney. Pyrite is often
observed replacing marcasite evidenced by the stalactitic marcasite crystal habit, however more
massive and euhedral pyrite grains are present in sedimented areas (Figure 2D); only pyrite crystals
replacing marcasite were large enough for LA-ICP-MS analysis. Sphalerite is observed in pore
spaces and displays both colloform and massive textures; both are analysed using LA-ICP-MS. Iron
concentrations in colloform sphalerite range from 0.3 to 0.97 wt % whereas massive sphalerite (often
showing dissolved rims) display between 2.2 and 3.2 wt % (Table S5). Trace fine-grained covellite and
bornite are also observed, occasionally intergrown with sphalerite.

Appendix A.6. Pacmanus Basin, Papua New Guinea

A total of four samples from the Pacmanus hydrothermal field were investigated during this
study (Table 5): two samples from an active chimney in the Satanic Mills area (PM5E, PM6B), one
sample from an inactive chimney in the Roman Ruins area (PM2D) and the last from talus of a large
chimney in the Solwara-8 area (PM2F) as shown in Figure 1F.

Sample PM5E is representative of a mixture of high and intermediate temperature assemblages
with its high abundance of chalcopyrite, tennantite-tetrahedrite and sphalerite whereas sample PM6B
is more representative of intermediate to lower temperature assemblage due to its higher abundance of
sphalerite and pyrite, and minor presence of chalcopyrite (Table 5). Barite concentrations are significant
in both samples. Chalcopyrite is always colloform and associated with tennantite-tetrahedrite and
sphalerite. Massive euhedral marcasite is observed as trace in both, rimming earlier colloform
sphalerite. Sphalerite forms exclusively colloform textures in both samples (Figure 2G). It is, however,
associated with different mineral assemblages. Where sphalerite is intimately intergrown with
chalcopyrite, it can be considered a high temperature mineral whereas sphalerite mainly intergrown
with colloform pyrite, galena and Pb-sulfosalts suggests a lower formation temperature. Sample PM6B
is dominated by this latter mineral assemblage. Iron concentrations in sphalerite from both samples
range from 0.28 to 3.2 wt % (Table S4). Sample PM6B contains higher concentration of pyrite and
galena than PM5E. Lead sulfosalts and fine-grained colloform chalcopyrite were not large enough for
LA-ICP-MS, however EMPA analysis was undertaken on the colloform chalcopyrite.

Sample PM2D represents the lower temperature pyrite-sphalerite assemblage that is common
for Roman Ruins; [176,177]. PM2D consists of abundant dacite clasts and significant barite, both
of which have formed early in the paragenetic sequence, with sulfide minerals forming onto and
around the rims of these clasts and crystals. Sphalerite is most commonly observed in colloform
textures, and iron concentrations range significantly from 1.3 to 8.9 wt % (Table S4). Fine-grained
euhedral galena and Pb-sulfosalts are observed as trace (galena up to 4.3 wt %, Table 5), and exclusively
associated with sphalerite. Trace (<1 wt %) chalcopyrite is observed, but usually fine-grained and
colloform in texture. Pyrite is observed in colloform, porous and massive textures, however only
massive (early formed) is analysed using LA-ICP-MS. Later formed finer grained colloform pyrite
(exclusively intergrown with colloform sphalerite) was too small for LA-ICP-MS, however some EMPA
analyses were undertaken. Euhedral marcasite is also present in minor concentrations, associated with
early-formed massive pyrite.
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Sample PM2F is most representative of a higher temperature mineral assemblage, one that is also
experienced oxidation, based on its high abundance of chalcopyrite, tennantite, secondary copper
sulfides and atacamite (Figure 2F). Aside from barite, chalcopyrite is the most abundant mineral
and forms anhedral textures with complex intergrowths with other sulfides indicating intermediate
temperatures of formation. Secondary copper sulfides (bornite, covellite-chalcocite) and atacamite
are abundant and always associated with the chalcopyrite that they are replacing during oxidation
(along grain boundaries and pore spaces). Sphalerite is present, exclusively euhedral in texture and
demonstrates variable formation temperature. Iron concentrations in sphalerite are low and range
from 0.18 to 1.6 wt % (Table S4). Tennantite is intergrown with chalcopyrite and sphalerite forming
both massive and rare euhedral textures, only massive were analysed with LA-ICP-MS.

Appendix A.7. Palinuro Volcanic Complex, Aeolian Island Arc, Italy

Two samples (851-RD and 932-RD) were collected from the sub-seafloor SMS deposit located in
the Palinuro Volcanic Complex. The two samples used in this study are from the vuggy-barite zone,
and most likely formed at lower temperatures as indicated by the dendritic and sometimes colloform
textures (Figure 2H). Sample 851-RD consists of abundant barite and fine-grained sphalerite, pyrite,
galena as well as other non-sulfide minerals (Figure 2H, Table 5). Iron concentrations in sphalerite
are very low and range from 0.25 to 0.32 wt %, which is expected based on evidence of intermediate
to high sulfidation conditions at this site [84]. Sample 932-RD contains a higher abundance of pyrite,
lower sphalerite and less galena (Table 5). Similar to 851-RD, colloform textures occur, although
coarser and euhedral crystals are more common. Sulfosalts are common in both samples, with
tennantite-tetrahedrite observed in 932-RD whereas jordanite (Pb-sulfosalts) was more common in
851-RD, associated with galena.
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